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Part F: Construction
• Equipment
• Preparation
• Pretreatment
• Aggregate management
• Trial sections
• Weather limitations
• Binder application
• Aggregate application
• Rolling
• Brooming and cleaning
• Opening to traffic
• Slurry mixing and application
• Rejuvenation sprays
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Pretreatment
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Patching
… preparation and pre-treatment
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ETB Patching
… preparation and pre-treatment



MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD
MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD

BTB patches covered
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Geotextile Patching
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… preparation and pre-treatment
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… preparation and pre-treatment
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Geotextile patching

• After rut fill and 
texture treatment

• Only where cracks 
reflect
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Edgebreak repair

• Alternative on LVRs
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Texture treatment
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Rut Fill
… preparation and pre-treatment
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Rut Cross Section 

before after

… preparation and pre-treatment
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RUT1

		RUT MEASUREMENTS ON COLRUT RUT-FILLING

		Km 27,445 - 27,639 RHS

		Position No.		Before		Measurements 2 Hrs		Number of roller passes		Measurements 24 Hrs		Measurements 48 Hrs		Measurements 72 Hrs		Measurements 7 Days		Measurements 14 Days

		1		19		0		5		0		0		0		0		0

		2		20		0		5		0		0		0		0		0

		3		17		0		5		0		0		1		1		2

		4		22		0		5		1		2		2		2		2

		5		17		0		5		0		0		1		2		0

		6		8		0		5		0		0		0		1		0

		7		18		0		5		0		0		1		1		0

		8		24		0		5		1		2		2		2		2

		9		26		0		5		0		0		0		0		0

		10		24		0		5		0		1		1		1		0

		11		18		0		5		1		1		2		2		1

		12		20		0		5		0		2		2		2		2

		13		20		0		5		1		1		1		1		1

		14		22		0		5		1		1		1		1		2

		15		22		0		5		3		3		4		4		3

		16		12		0		5		2		3		3		3		2

		17		17		0		5		1		2		2		2		2

		18		8		0		5		1		1		1		1		1

		19		10		0		5		1		1		1		2		2

		20		15		0		5		1		1		1		1		2

		21		15		0		5		1		1		1		1		2

		22		17		0		5		0		0		0		0		1

		23		14		0		5		0		0		0		1		0

		24		15		0		5		2		2		2		3		2

		25		12		0		5		3		3		3		4		3

		26		15		0		5		1		1		1		1		1

		27		11		0		5		2		2		2		2		2

		28		5		0		5		1		1		1		2		1

		29		12		0		5		2		2		2		2		2

		30		3		0		5		2		2		2		3		1

		31

		32

		33

		34

		35

		36

		37

		AVE								0.9		1.2		1.3		1.6		1.3

		TABLE B5
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GRAPH B2
RUT MEASUREMENTS TRIAL SECTION KM 27,445 - 27,693 RHS



RUT 2

		RUT MEASUREMENTS ON COLRUT RUT-FILLING

		Km 27,703 - 27,791 RHS

		Position No.		Before		Measurements 2 Hrs		Number of roller passes		Measurements 24 Hrs		Measurements 48 Hrs		Measurements 72 Hrs		Measurements 7 Days		Measurements 14 Days

		1		5		0		3		0		1		2		2		0

		2		5		0		3		1		0		1		1		0

		3		12		0		3		0		0		0		0		0

		4		14		0		3		1		2		0		0		0

		5		8		0		3		2		2		2		2		2

		6		8		0		3		0		2		0		2		0

		7		8		0		3		0		0		0		0		0

		8		5		0		3		1		1		2		2		1

		9		2		0		3		1		0		1		1		0

		10		5		0		3		0		0		0		0		0

		11		11		0		3		1		2		1		2		0

		12		9		0		3		0		0		0		0		0

		13		16		0		3		1		1		1		1		0

		14		20		0		3		1		0		2		2		0

		15		14		0		3		0		1		2		2		0

		16		20		0		3		0		2		2		2		2

		17		18		0		3		0		0		0		0		1

		18		14		0		3		0		0		0		0		1

		19		5		0		3		0		0		0		0		0

		20		9		0		3		0		0		0		0		0

		21		6		0		3		0		0		0		0		0

		22		14		0		3		0		0		0		0		0

		23		14		0		3		0		0		0		0		0

		24		17		0		3		0		0		0		0		0

		25		13		0		3		1		1		1		1		0

		26		20		0		3		4		4		4		4		4

		27		9		0		3		1		2		1		2		3

		28		9		0		3		0		0		0		0		0

		29		14		0		3		2		2		2		2		2

		30		9		0		3		0		1		0		1		1

		31		4		0		3		0		0		0		0		0

		32		7		0		3		0		0		0		0		0

		33		9		0		3		0		0		0		0		0

		34		11		0		3		0		0		0		0		0

		35		15		0		3		0		1		0		1		1

		36		15		0		3		1		2		1		2		1

		37		14		0		3		0		1		0		1		1

		38		9		0		3		0		1		1		1		1

		AVE								0.5		0.8		0.7		0.9		0.6

		TABLE A5
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B-PUNCH 1

		BALL PUNCH ON COLRUT                    RUT-FILLING								BALL PUNCH ON COLRUT                       RUT-FILLING

		KM 27,445 - 27,693								KM 27,445 - 27,693

		AFTER 24 HOURS								AFTER 72 HOURS

		Block      No.		Measurement		24HOUR AVE				Block      No.		Measurement		72 HOUR AVE

		1		6.0		5.4				1		4.5		4.2

		2		6.0		5.4				2		4.0		4.2

		3		4.0		5.4				3		3.5		4.2

		4		6.5		5.4				4		4.5		4.2

		5		5.0		5.4				5		4.5		4.2

		6		6.0		5.4				6		4.5		4.2

		7		5.0		5.4				7		4.5		4.2

		8		5.5		5.4				8		4.0		4.2

		9		4.0		5.4				9		4.0		4.2

		10		5.0		5.4				10		4.5		4.2

		11		5.5		5.4				11		5.0		4.2

		12		6.5		5.4				12		4.0		4.2

		13		5.0		5.4				13		4.0		4.2

		14		7.0		5.4				14		4.0		4.2

		15		4.5		5.4				15		3.0		4.2

		TABLE B1								TABLE B3

		BALL PUNCH ON COLRUT                       RUT-FILLING								BALL PUNCH ON COLRUT                     RUT-FILLING

		KM 27,445 - 27,693								KM 27,445 - 27,693

		AFTER 48 HOURS								AFTER 14 DAYS

		Block      No.		Measurement		48 HOUR AVE				Block      No.		Measurement		14 DAY AVE

		1		5.0		4.7				1		2.0		1.9

		2		5.0		4.7				2		1.0		1.9

		3		5.0		4.7				3		2.0		1.9

		4		5.0		4.7				4		1.0		1.9

		5		5.0		4.7				5		2.5		1.9

		6		6.0		4.7				6		0.5		1.9

		7		5.0		4.7				7		3.0		1.9

		8		5.0		4.7				8		2.0		1.9

		9		4.0		4.7				9		1.0		1.9

		10		6.0		4.7				10		2.5		1.9

		11		4.0		4.7				11		2.5		1.9

		12		5.0		4.7				12		2.0		1.9

		13		4.0		4.7				13		2.5		1.9

		14		3.5		4.7				14		1.5		1.9

		15		2.5		4.7				15		2.0		1.9

		TABLE B2								TABLE B4
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B-PUNCH 2

		BALL PUNCH ON COLRUT                    RUT-FILLING								BALL PUNCH ON COLRUT                       RUT-FILLING

		KM 27,703 - 27,791								KM 27,703 - 27,791

		AFTER 24 HOURS								AFTER 72 HOURS

		Block      No.		Measurement		24HOUR AVE				Block      No.		Measurement		72 HOUR AVE

		1		5.0		5.4				1		3.5		4.5

		2		6.0		5.4				2		4.5		4.5

		3		4.5		5.4				3		4.5		4.5

		4		4.0		5.4				4		4.0		4.5

		5		5.0		5.4				5		4.0		4.5

		6		5.5		5.4				6		4.0		4.5

		7		5.5		5.4				7		5.0		4.5

		8		5.0		5.4				8		4.5		4.5

		9		5.0		5.4				9		4.5		4.5

		10		6.5		5.4				10		3.5		4.5

		11		6.0		5.4				11		3.5		4.5

		12		6.0		5.4				12		4.5		4.5

		13		5.5		5.4				13		4.5		4.5

		14		4.0		5.4				14		4.5		4.5

		15		7.5		5.4				15		5.0		4.5

		16		3.5		5.4				16		5.0		4.5

		17		6.0		5.4				17		5.5		4.5

		18		5.5		5.4				18		5.0		4.5

		19		6.0		5.4				19		5.5		4.5

		TABLE A1								TABLE A3

		BALL PUNCH ON COLRUT                       RUT-FILLING								BALL PUNCH ON COLRUT                     RUT-FILLING

		KM 27,703 - 27,791								KM 27,703 - 27,791

		AFTER 48 HOURS								AFTER 14 DAYS

		Block      No.		Measurement		48 HOUR AVE				Block      No.		Measurement		14 DAY AVE

		1		4.0		4.2				1		2.5		2.5

		2		4.0		4.2				2		1.5		2.5

		3		4.0		4.2				3		2.0		2.5

		4		4.0		4.2				4		2.5		2.5

		5		4.0		4.2				5		2.0		2.5

		6		4.5		4.2				6		3.0		2.5

		7		5.0		4.2				7		2.0		2.5

		8		4.0		4.2				8		2.5		2.5

		9		3.5		4.2				9		2.5		2.5

		10		4.0		4.2				10		2.5		2.5

		11		5.0		4.2				11		2.5		2.5

		12		4.5		4.2				12		2.5		2.5

		13		1.0		4.2				13		2.5		2.5

		14		4.5		4.2				14		2.5		2.5

		15		4.5		4.2				15		3.0		2.5

		16		5.0		4.2				16		3.0		2.5

		17		5.0		4.2				17		3.5		2.5

		18		5.0		4.2				18		2.0		2.5

		19		4.0		4.2				19		3.5		2.5

		TABLE A2								TABLE A4
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TIME-GRAPH

		

		KM 27,703 - 27,791

		TIME		RUT - A		TIME		B-PUNCH - A

		1		0.5		1		5.4

		2		0.8		2		4.5

		3		0.7		3		4.2

		7		0.9		14		2.5

		14		0.6

		KM 27,445 - 27,693

		TIME		RUT - B		TIME		B-PUNCH - B

		1		0.9		1		5.4

		2		1.2		2		4.7

		3		1.3		3		4.2

		7		1.6		14		1.9

		14		1.3
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RUT - A

RUT - B

B-PUNCH - A

B-PUNCH - B

NO. OF DAYS

AVERAGE DEPTH (mm)

GRAPH C
MEASUREMENTS OVER TIME
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Chart3
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RUT1

		RUT MEASUREMENTS ON COLRUT RUT-FILLING

		Km 27,445 - 27,639 RHS

		Position No.		Before		Measurements 2 Hrs		Number of roller passes		Measurements 24 Hrs		Measurements 48 Hrs		Measurements 72 Hrs		Measurements 7 Days		Measurements 14 Days

		1		19		0		5		0		0		0		0		0

		2		20		0		5		0		0		0		0		0

		3		17		0		5		0		0		1		1		2

		4		22		0		5		1		2		2		2		2

		5		17		0		5		0		0		1		2		0

		6		8		0		5		0		0		0		1		0

		7		18		0		5		0		0		1		1		0

		8		24		0		5		1		2		2		2		2

		9		26		0		5		0		0		0		0		0

		10		24		0		5		0		1		1		1		0

		11		18		0		5		1		1		2		2		1

		12		20		0		5		0		2		2		2		2

		13		20		0		5		1		1		1		1		1

		14		22		0		5		1		1		1		1		2

		15		22		0		5		3		3		4		4		3

		16		12		0		5		2		3		3		3		2

		17		17		0		5		1		2		2		2		2

		18		8		0		5		1		1		1		1		1

		19		10		0		5		1		1		1		2		2

		20		15		0		5		1		1		1		1		2

		21		15		0		5		1		1		1		1		2

		22		17		0		5		0		0		0		0		1

		23		14		0		5		0		0		0		1		0

		24		15		0		5		2		2		2		3		2

		25		12		0		5		3		3		3		4		3

		26		15		0		5		1		1		1		1		1

		27		11		0		5		2		2		2		2		2

		28		5		0		5		1		1		1		2		1

		29		12		0		5		2		2		2		2		2

		30		3		0		5		2		2		2		3		1

		31

		32

		33

		34

		35

		36

		37

		AVE								0.9		1.2		1.3		1.6		1.3

		TABLE B5
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RUT 2

		RUT MEASUREMENTS ON COLRUT RUT-FILLING

		Km 27,703 - 27,791 RHS

		Position No.		Before		Measurements 2 Hrs		Number of roller passes		Measurements 24 Hrs		Measurements 48 Hrs		Measurements 72 Hrs		Measurements 7 Days		Measurements 14 Days

		1		5		0		3		0		1		2		2		0

		2		5		0		3		1		0		1		1		0

		3		12		0		3		0		0		0		0		0

		4		14		0		3		1		2		0		0		0

		5		8		0		3		2		2		2		2		2

		6		8		0		3		0		2		0		2		0

		7		8		0		3		0		0		0		0		0

		8		5		0		3		1		1		2		2		1

		9		2		0		3		1		0		1		1		0

		10		5		0		3		0		0		0		0		0

		11		11		0		3		1		2		1		2		0

		12		9		0		3		0		0		0		0		0

		13		16		0		3		1		1		1		1		0

		14		20		0		3		1		0		2		2		0

		15		14		0		3		0		1		2		2		0

		16		20		0		3		0		2		2		2		2

		17		18		0		3		0		0		0		0		1

		18		14		0		3		0		0		0		0		1

		19		5		0		3		0		0		0		0		0

		20		9		0		3		0		0		0		0		0

		21		6		0		3		0		0		0		0		0

		22		14		0		3		0		0		0		0		0

		23		14		0		3		0		0		0		0		0

		24		17		0		3		0		0		0		0		0

		25		13		0		3		1		1		1		1		0

		26		20		0		3		4		4		4		4		4

		27		9		0		3		1		2		1		2		3

		28		9		0		3		0		0		0		0		0

		29		14		0		3		2		2		2		2		2

		30		9		0		3		0		1		0		1		1

		31		4		0		3		0		0		0		0		0

		32		7		0		3		0		0		0		0		0

		33		9		0		3		0		0		0		0		0

		34		11		0		3		0		0		0		0		0

		35		15		0		3		0		1		0		1		1

		36		15		0		3		1		2		1		2		1

		37		14		0		3		0		1		0		1		1

		38		9		0		3		0		1		1		1		1

		AVE								0.5		0.8		0.7		0.9		0.6

		TABLE A5
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B-PUNCH 1

		BALL PUNCH ON COLRUT                    RUT-FILLING								BALL PUNCH ON COLRUT                       RUT-FILLING

		KM 27,445 - 27,693								KM 27,445 - 27,693

		AFTER 24 HOURS								AFTER 72 HOURS

		Block      No.		Measurement		24HOUR AVE				Block      No.		Measurement		72 HOUR AVE

		1		6.0		5.4				1		4.5		4.2

		2		6.0		5.4				2		4.0		4.2

		3		4.0		5.4				3		3.5		4.2

		4		6.5		5.4				4		4.5		4.2

		5		5.0		5.4				5		4.5		4.2

		6		6.0		5.4				6		4.5		4.2

		7		5.0		5.4				7		4.5		4.2

		8		5.5		5.4				8		4.0		4.2

		9		4.0		5.4				9		4.0		4.2

		10		5.0		5.4				10		4.5		4.2

		11		5.5		5.4				11		5.0		4.2

		12		6.5		5.4				12		4.0		4.2

		13		5.0		5.4				13		4.0		4.2

		14		7.0		5.4				14		4.0		4.2

		15		4.5		5.4				15		3.0		4.2

		TABLE B1								TABLE B3

		BALL PUNCH ON COLRUT                       RUT-FILLING								BALL PUNCH ON COLRUT                     RUT-FILLING

		KM 27,445 - 27,693								KM 27,445 - 27,693

		AFTER 48 HOURS								AFTER 14 DAYS

		Block      No.		Measurement		48 HOUR AVE				Block      No.		Measurement		14 DAY AVE

		1		5.0		4.7				1		2.0		1.9

		2		5.0		4.7				2		1.0		1.9

		3		5.0		4.7				3		2.0		1.9

		4		5.0		4.7				4		1.0		1.9

		5		5.0		4.7				5		2.5		1.9

		6		6.0		4.7				6		0.5		1.9

		7		5.0		4.7				7		3.0		1.9

		8		5.0		4.7				8		2.0		1.9

		9		4.0		4.7				9		1.0		1.9

		10		6.0		4.7				10		2.5		1.9

		11		4.0		4.7				11		2.5		1.9

		12		5.0		4.7				12		2.0		1.9

		13		4.0		4.7				13		2.5		1.9

		14		3.5		4.7				14		1.5		1.9

		15		2.5		4.7				15		2.0		1.9

		TABLE B2								TABLE B4
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B-PUNCH 2

		BALL PUNCH ON COLRUT                    RUT-FILLING								BALL PUNCH ON COLRUT                       RUT-FILLING

		KM 27,703 - 27,791								KM 27,703 - 27,791

		AFTER 24 HOURS								AFTER 72 HOURS

		Block      No.		Measurement		24HOUR AVE				Block      No.		Measurement		72 HOUR AVE

		1		5.0		5.4				1		3.5		4.5

		2		6.0		5.4				2		4.5		4.5

		3		4.5		5.4				3		4.5		4.5

		4		4.0		5.4				4		4.0		4.5

		5		5.0		5.4				5		4.0		4.5

		6		5.5		5.4				6		4.0		4.5

		7		5.5		5.4				7		5.0		4.5

		8		5.0		5.4				8		4.5		4.5

		9		5.0		5.4				9		4.5		4.5

		10		6.5		5.4				10		3.5		4.5

		11		6.0		5.4				11		3.5		4.5

		12		6.0		5.4				12		4.5		4.5

		13		5.5		5.4				13		4.5		4.5

		14		4.0		5.4				14		4.5		4.5

		15		7.5		5.4				15		5.0		4.5

		16		3.5		5.4				16		5.0		4.5

		17		6.0		5.4				17		5.5		4.5

		18		5.5		5.4				18		5.0		4.5

		19		6.0		5.4				19		5.5		4.5

		TABLE A1								TABLE A3

		BALL PUNCH ON COLRUT                       RUT-FILLING								BALL PUNCH ON COLRUT                     RUT-FILLING

		KM 27,703 - 27,791								KM 27,703 - 27,791

		AFTER 48 HOURS								AFTER 14 DAYS

		Block      No.		Measurement		48 HOUR AVE				Block      No.		Measurement		14 DAY AVE

		1		4.0		4.2				1		2.5		2.5

		2		4.0		4.2				2		1.5		2.5

		3		4.0		4.2				3		2.0		2.5

		4		4.0		4.2				4		2.5		2.5

		5		4.0		4.2				5		2.0		2.5

		6		4.5		4.2				6		3.0		2.5

		7		5.0		4.2				7		2.0		2.5

		8		4.0		4.2				8		2.5		2.5

		9		3.5		4.2				9		2.5		2.5

		10		4.0		4.2				10		2.5		2.5

		11		5.0		4.2				11		2.5		2.5

		12		4.5		4.2				12		2.5		2.5

		13		1.0		4.2				13		2.5		2.5

		14		4.5		4.2				14		2.5		2.5

		15		4.5		4.2				15		3.0		2.5

		16		5.0		4.2				16		3.0		2.5

		17		5.0		4.2				17		3.5		2.5

		18		5.0		4.2				18		2.0		2.5

		19		4.0		4.2				19		3.5		2.5

		TABLE A2								TABLE A4
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TIME-GRAPH

		

		KM 27,703 - 27,791

		TIME		RUT - A		TIME		B-PUNCH - A

		1		0.5		1		5.4

		2		0.8		2		4.5

		3		0.7		3		4.2

		7		0.9		14		2.5

		14		0.6

		KM 27,445 - 27,693

		TIME		RUT - B		TIME		B-PUNCH - B

		1		0.9		1		5.4

		2		1.2		2		4.7

		3		1.3		3		4.2

		7		1.6		14		1.9

		14		1.3
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RUT - A

RUT - B

B-PUNCH - A

B-PUNCH - B

NO. OF DAYS

AVERAGE DEPTH (mm)

GRAPH C
MEASUREMENTS OVER TIME
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Prime coat
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Tack coat
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Chip spreading
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Penetration Coat
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Cover Spray/ Enrichment/Rejuvenation
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Spray control
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Nozzles
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Variable Spray 
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‘Bakkie’ test

3 nozzles per bakkie
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‘Bakkie’ test tolerances

Visc @ spray temp, 
cSt Variance, % Binder type

40 – 100
+- 5

Penetration
Cutback Emulsion

120 – 200 +- 7 PMB’s

2,000 – 3,000 +- 10 Bitumen rubber
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Equipment checks
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Binder application
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Spray bar
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Triple overlap Only double overlap

Poor flair

Binder application
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Effect of Spray bar height



MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD
MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD

Nozzle angles

Observed
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Nozzle alignment

Observed
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New distributor checks

• Equipment certification
 Spray flair distribution (SANS 3001-BT25)

 Testing completed

 On-site equipment  being finalised
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Longitudinal Joints

• Damage caused
Chip spreader wheel 

running on bitumen 
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String line essential
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Binder application
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Uniform Triple overlap

Joint overspray 4/3

Joint overspray
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Aggregate application

Triple overlap

Joint over spray

Note: No joints in wheel track/ under yellow line
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Transverse Joint Fattiness

Observed Cause
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Transverse Joints

RecommendedObserved
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Dipstick ??? OHS
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Geotextile seals

Aggregate
Binder
Geotextile

Binder
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Geotextile placement
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Aggregate application
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Chip Spreader
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Aggregate application

Dust
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Aggregate spread rates
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20/7/7 checks
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Aggregate spread

• Same seal and binder application
• Different aggregate spread rates
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Spread rate check
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Rollers

… Heavy steel – (8 – 12 ton)
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Light Steel wheel
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Rollers

… Pneumatics – (20 – 27 ton)
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PTRs Min 2

• Full cover within 5 min
• Slow 5-8km/h
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Aggregate matrix – traffic compaction

After rolling After traffic compaction
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Constructed 27/04 and trafficked for 1 warm day







Constructed 29/04



Temperature drop 30/04
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Effect of rolling on texture

Temporary 
Primer seal

Steel and pneumatic 
rolling

Only pneumatic 
rolling
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Drag Broom
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Rotary broom
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Wear on broom
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Vacuum broom
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Cape seals

• Aggregate spread

• Slurry problems
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Slurry component
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Cape seal failures

• S-E2 (SBS)

• Solvents

• Wet base
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Cape seal failures

• Soft binder and high 
temperature

• Too dry slurry
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Slurry aggregate – effect of moisture
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Sand/ Grit seals

• Warnings
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Bitumen
emulsion

Water Aggregate Cement < 2%

Additives : - Break accelarator

- Break retarder

- (Latex)

- (Fibres)

Mixer

Spreader
box

(Fibres)

The Slurry Machine
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Slurry batch mixer
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Slurry machine



MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD
MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD

Variable width spreader box
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RUTFILLING
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Slurry seal
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Slurry Sealing Equipment




Continuous mix slurry machine 
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Natural sand slurry
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Final slurry

Penetration
slurry

Stone to stone contact

SLURRY-BOUND MACADAM 
SURFACING
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Additional benefits
• Hides base irregularities
• Extremely strong (handles HV turning actions well)
• Erosion resistant
• Expected life 12 – 15 years

Base irregularities

SLURRY-BOUND MACADAM 
SURFACING



MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD
MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD

Preparation



MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD
MYCUBE ASSET MANAGEMENT
SYSTEMS (PTY) LTD

Place

Spread Level

Protect

Roll static
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Apply 
slurry

Protect Vibratory 
roll

Smooth slush 
marks

SLURRY-BOUND MACADAM 
SURFACING
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Cut back to full 
penetration

Check penetration 
at edges and repair

Apply final slurry

Drag burlap

SLURRY-BOUND MACADAM 
SURFACING
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SLURRY-BOUND MACADAM 
SURFACING
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Cape seal by hand
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Cape Seal by hand
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Precoating
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Precoating

• Issues
R&W Test ?
Draining (environment)
Clogging (impact on spreading)
Wet vs dry
Precoating plant
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Access roads

• Prevent soilwash on road
• Treat existing
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Sealing over the edge 

• Slower deterioration of edgebreaks
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End
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