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INTRODUCTION

In the presentation of this course both of us were part of the committee who worked in detail with the
various aspects covered.

Chapter 14 for Structures in the new Specifications does not differ significantly in its requirements from
Series 6000 of the COLTO Specifications excepting for the section on Concrete. Chapter 14 for the
Repair and Rehabilitation of Structures is an entirely new Chapter which did not exist in the COLTO
Specifications and was previously covered by Project Specifications issued by SANRAL and other
Road Authorities. Complete new measurement and payment items have been created in both
chapters. The course will familiarise practitioners with the new specifications, measurement and
payment items in the two chapters, as well as related sections in other chapters.

Please accept that this is an overview of Chapters 13 and 14 of Coto. Queries can be addressed to
Edwin Kruger and David Temple.

Suggested changes and correction of errors must not be sent to the presenters but to
cotorevision@nra.co.za

Edwin Kruger
edwinkruger747@gmail.com
and
David Temple
Temple.d@sna.co.za
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Chapter 14

Day 2

+ CHAPTER 14: REPAIR AND REHABILITATION OF STRUCTURES
« Section 14.1 Access to Bridge Rehabilitation

« Section 14.2 Corrosion Survey Methods and Testing of Near Surface Properties

« Section 14.3 Demolition and Removal of Structural Concrete and Steelwork

« Section 14.4 Surface and Structural Repair of Concrete Members

« Section 14.5 Anchoring of Reinforcement, Grouting and Crack Injection

« Section 14.6 Sprayed Concrete for Structures

« Section 14.7 Protective Coatings and Treatments for Concrete

« Section 14.8 External Bonding of Steel and Carbon Fibre

« Section 14.9 Repair and Replacement of Ancillary Structural Elements

« Section 14.10 Jacking of Bridge Structures

« Section 14.11 Repair of Steel Elements

* Chapter 20 Section 20.1 Quality Assurance
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SECTION 14.1

ACCESS FOR BRIDGE REHABILITATION

Presenter: David Temple

South African Road Federation

SECTION 14.1

ACCESS FOR BRIDGE REHABILITATION

This section covers the specification and the requirements
for the provision of suitable safe access to all areas
requiring concrete demolition, repair work or
rehabilitation of structures and for inspections by the
Engineer.

South African Road Federation
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14.1 ACCESS FOR BRIDGE REHABILITATION
PART A: SPECIFICATIONS
A14.1.1 SCOPE

This Section covers the requirements for the provision of suitable and safe access to all areas
requiring concrete demolition, repair work or rehabilitation of structures in accordance with the
contract, and for inspections by the Engineer. It shall also include for the protection of passing
persons, animals and vehicles against injury or damage and prevention of damage and contamination
of the environment.

A14.1.2 DEFINITIONS

Temporary works - shall be necessary for access to the work area and includes all foundations,
scaffolding and support structures, working platforms, cradles, fixtures to existing structural members.

Mobile access unit - consists of a vehicle-mounted access gantry and work platform, including mobile
crane type units.

Location

Structural element

e Bridge elements

e Culvert elements

e Retaining wall elements
e Median barriers

e Gantries

Screening the work
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A14.1.3 GENERAL

The Contractor shall provide and will be responsible for safe access structures and work platforms to
all areas or structural elements requiring remedial work all in compliance with the Occupational Health
and Safety Act.

The Contractor shall be solely responsible for the safety and adequacy of the temporary works in
terms of the occupation health and safety Act and shall indemnify and keep indemnified the Employer
and Engineer against any losses, damage to persons or property, all claims, demands, proceedings,
damages, costs, charges and expenses whatsoever, which may arise out of or in consequence of the
design, construction, use and maintenance of the temporary works

For works on, over, under or adjacent to any railway line which is controlled by Rail Authorities, the
Contractor shall comply, inter alia, with the requirements, all in accordance with the latest Rail
Authority Specifications.

Complete method statements including Occupation Health and Safety, Environmental and risk
assessments, shall be submitted to the Engineer

The Contractor shall provide access facilities for inspection and testing by the Engineer,

Traffic control and safety measures shall be erected to protect the access structures as required and
specified on the drawings.
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A14.1.4 DESIGN BY CONTRACTOR
A14.1.4.1 General

The Contractor's design and drawings of the falsework for access shall comply with all requirements of
the Construction Regulations.

The Contractor’s design of all falsework for access shall be carried out by an ECSA Registered
Professional Engineer or Technologist with relevant experience and shall be in accordance with but
not limited to the loadings of the latest version of TMH7. The drawings and calculations shall be
submitted to the Engineer for approval at least 14 days prior to the commencement of the work on the
existing structure is scheduled

The Contractors registered professional shall monitor at regular intervals and also sign off on the
erection of the falsework and formwork after the erection thereof before the Engineer permits the work
to proceed.

A14.1.4.2 Falsework

The Contractor shall make his own assessment of the allowable bearing pressure on the foundation
material and shall design the footings and falsework to prevent overloading, differential settlement and
unacceptable overall settlement. In assessing the allowable bearing pressure, due account shall be
taken of the effect of wetting on the foundation material.

The Contractor’'s falsework designer shall take account of the location of the structure and the
possible ingress of water from sources such as watercourses,

Particular attention shall be given to providing transverse and diagonal bracing as well as rib stiffeners
on cross bearers.
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A14.1.5 MATERIALS
All timber, structural steel and scaffolding used shall be free from defects

The jacks, devices, clamps and fittings shall all be in good working order and of adequate design and
strength.

A14.1.6 CONSTRUCTION EQUIPMENT
A14.1.6.1 Mobile access units

Access structures and work platforms mounted and operated from a mobile support base shall be of
an approved type and capacity for the intended use.

A14.1.6.2 Scaffolds, platforms and cradles

Temporary works entailing scaffolds, platforms and cradles providing access to the work area shall be
assembled and constructed from materials and structural sections complying with the relevant
material specifications

Traffic safety measures shall be in place before the work commences.
A14.1.7 EXECUTION OF THE WORKS

All temporary access structures and work platforms and associated works shall be erected, modified,
maintained and dismantled under the direction of an experienced and competent supervisor and
safety officer

Suitable debris containers and chutes shall be provided to assist in the removal of debris and
unusable or rejected materials.
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Where temporary works are to be fixed to, or supported from an existing permanent structure, the
location shall be approved by the Engineer.

Such temporary works shall be removed when the work is completed and any holes, surface damage or
blemishes arising from the fixture thereof to the inspected structure shall be repaired to the surface
finish of the adjacent surface to the satisfaction of the Engineer.

The Contractor shall submit a Method Statement including Risk Assessments required in terms of the
Occupation Health and Safety Act and also provide for all requirements required in terms of the
Environmental Management Plan.

A14.1.8 WORKMANSHIP

The Contractor shall, prior to dispatching the mobile access unit to the site, provide certification from the
manufacturer or the operating authority that the unit has been thoroughly inspected and serviced,

After the erection for access purposes and before usage by the workmen the works shall be certified by
the designer in terms with compliance with the specifications and is suitable for its intended use. A copy
of the certification shall be delivered to the Engineer.

PART B: LABOUR ENHANCEMENT

The temporary works associated with scaffolding and platform erection is executed by labour with the
relevant skills set and is deemed to be a labour enhanced activity.
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PART C: MEASUREMENT AND PAYMENT

C14.1.1 Temporary access structures and work platforms (by element)

C14.1.1.1 Access and platforms to locations as described as well as dismantling
and removal at completion (heights assessed by Contractor)

(a) (Description of bridge or structures given)

(i)  (Element of work requiring access described) number (No)
(i)  (Etc. for other elements of work) number (No)
(b)  Etc. for other bridges or structures)

(i)  (Element of work requiring access described) number (No)
(i)  (Etc. for other elements of work) number (No)

C14.1.2 Mobile access units

C14.1.2.1 Establishment of mobile access unit on site
(description of type of unit) lump sum

C14.1.2.2 Setting up of mobile access unit at each structure location and
removal after completion number (No)

C14.1.2.3 Operation of mobile access unit during repair work at each
location (structure) days

C14.1.2.4 Operation of mobile access unit during inspections by the Engineer  hours (h)

C14.1.2.5 De-establishing and removal of mobile access unit from site after
completion of work lump sum

C14.1.3 Access at end of defects liability period (Description of location) lump sum
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C14.1.4

C14.1.4.1

C14.1.4.2
C14.1.5

C14.1.6

C14.1.7

Attendance by (relevant authority)

Prime cost sum to allow for attendance by relevant authority to
obtain access near electrified railway lines or other relevant
authorities as required (give description of bridge)

Percentage on prime cost sum for charges and profits

Provision of designs and drawings of access structures and
platforms by an ECSA Registered Professional Engineer or
Technologist (description of member to which applicable)

Provision of a safety gantry with warning system (description
of type of gantry, size and location)

Accommodation of Vehicular and Pedestrian Traffic at Access
Structures

PART D: GUARANTEES AND COMPLIANCE CERTIFICATES

D14.1.21

Product conformance specifications

Conformance documentation shall be provided for within 28 days
a.  Scaffolding members.

b.  Timber scaffolding members.

C. Jacks, devices, clamps and fitting.

d. Mobile Platform / Hanging Access Platform Certificates.

prime cost sum
percentage (%)
lump sum
number (No)

lump sum

South African Road Federation
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SECTION 14.2

CORROSION SURVEY METHODS AND TESTING OF NEAR SURFACE
CONCRETE PROPERTIES

Presenter: Edwin Kruger
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SECTION 14.2

CORROSION SURVEY METHODS AND TESTING OF NEAR SURFACE
CONCRETE PROPERTIES

This section covers the test methods and requirements to
determine reinforcement cover and to evaluate concrete
properties such as compressive strength, ingress of aggressive
chemicals and environmental agents and common
reinforcement corrosion that are generally assessed from the
surface of existing concrete members.
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A14.2 CORROSION SURVEY METHODS AND TESTING OF NEAR SURFACE CONCRETE
PROPERTIES

PART A: SPECIFICATIONS
A14.2.1 SCOPE

This Section covers the test methods and requirements to determine cover over reinforcement and to
evaluate specific concrete properties, such as compressive strength, ingress of aggressive chemicals
and environmental agents, and common reinforcement corrosion methodologies, that are generally
assessed from the surface of an existing structural member. Specialised techniques not included in this
specification, such as petrographic tests, Alkali-silica reaction (ASR) tests, thermography, radiography,
ground penetrating radar and vibration- or acoustic-based structural assessments, shall be provided in

the Contract Documentation.
A14.2.3 GENERAL

The Engineer will specify what provision must be made to inspect and survey exposed concrete
surfaces via a sampling plan.

A14.2.5 MATERIALS

A14.2.5.1 Reference pH indicator solutions used to determine carbonation depth
The pH indicator solution shall consist of either:

a) Phenolphthalein

b) Thymolphthalein
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A14.2.5.2 Laboratory chemicals used to determine chloride content

The chemicals used to determine chloride content shall consist of:

a) Deionised water with an electrical conductivity less than 2 uS/cm;

b)  Nitric Acid (5 mol/l);

c)  Silver Nitrate solution (0,02 mol/l);

d)  Ammonium thiocyanate (NH4SCN) solution (0,1 mol/l);

e)  Ammonium ferric sulfate indicator solution (100 m{ of a cold saturated solution of NH4Fe (SO4)2
and 10 m¢ diluted nitric acid); and

f) 3,5,5-triethylexanol; or

g) Additional reagents as may be required when using the potentiometric method (refer Clause
A14.2.7.4b).

A14.2.6 CONSTRUCTION EQUIPMENT
All cover meter devices shall comply with BS 1881 Part 204 or SS — EN206.

All equipment, tools and devices used to obtain concrete samples from structures shall be based on
proven and accepted technology within the industry.

A14.2.7 EXECUTION OF THE WORKS

The Contractor shall be responsible to perform on site checking to ensure:

a) that concrete to be sampled is representative of the elements under investigation;
b)  to confirm the location of reinforcement;

c) to avoid damage to reinforcement during sampling; and

d) to ensure that the load bearing capacity of the structure is maintained at all times.
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A14.2.7.1 Delamination survey

Physical delamination surveys, comprising of hammer tapping (by hand for vertical, overhead and small
areas) or chain drag (using a robust steel chain for large flat areas) methods may under-estimate the
full extent of internal damage. Physical delamination surveys may be supplemented with other
techniques, such as radar or ultrasonic measurements or coring and specimen extraction, on a case-
by-case basis. (thermal imaging can also be used in some cases)
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EXAMPLE OF TERMAL IMAGING
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A14.2.7.2 Cover over reinforcement

The cover survey shall be conducted using the manual, grid or block survey method using approved
cover meter devices.

A14.2.7.3 Compressive strength determined from cores

Concrete core specimens shall be drilled, prepared and tested for compressive strength in accordance
with SANS 3001-CO2-3. The correction for excessive voids shall not be permitted.

a)  When compressive strength is evaluated relative to the specified characteristic cylinder strength,
the desirable core sample length to diameter ratio shall be 2:1. The correction for length to
diameter shall not be permitted.

b)  When compressive strength is evaluated relative to the specified characteristic cube strength, the
desirable core sample length to diameter ratio shall be 1:1 and the correction for length to
diameter ratio shall be permitted.

The average compressive strength determined from cored specimens shall be calculated from a
sample comprising a minimum of three core specimens.

SARF
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A14.2.7.4 Ingress of aggressive chemicals or environmental agents
a) Carbonation depth
(i)  Extraction of core sample

(i)  Preparation of core sample for carbonation depth measurement along the outer drilled core
surface

(iii) Preparation of core sample for carbonation depth measurement on the inner fractured core
surface

core sample shall be split along its drilled axis up to 7 days after extracting
(iv) Reference pH indicator solution

Core surfaces prepared for testing shall be maintained in a surface damp condition prior to the
application of a pH indicator solution. The pH indicator solution shall be applied within 1 hour after
preparation of the core sample.

(v) Measurement, calculation and reporting of carbonation depth.
1. Carbonation depth measurement along the outer drilled core surface.

2. Carbonation depth measurement on the inner fractured core surface or fragment removed
from the structure.

(vi) Reuse of core sample for further testing
1.  After carbonation depth measurement along the outer drilled core surface.

The core may not be reused to perform any chemical, electro-chemical or corrosion-survey.
However, the core sample may be reused to determine compressive strength.

SaRF ) - -
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2. After carbonation depth measurement on the inner fractured core surface
The portion of core used for carbonation testing may not be reused to perform any
chemical, electro-chemical or corrosion-survey measurements due to probable
contamination of the sample and shall be discarded.

b) Chloride content

(i) Taking core samples, or fragments removed from the structure, and processing into powder
(i) Collecting powder samples

(i) Determining and reporting the chloride content

A14.2.7.5 Corrosion risk assessment

Interpreted in the context of complementary data (interpretation to be by specialists or skilled
Engineers experienced in the field of corrosion testing and structural evaluation).

a) Half-cell potential measurements

Half-cell potentials shall be carried out in accordance with recommendations published by RILEM TC
154-EMC “Half-cell potential measurements. RILEM is The International Union of Laboratories and
Experts in Construction Materials, Systems and Structures

b)  Surface resistivity measurements

The surface resistivity shall be carried out in accordance with recommendations published by RILEM
TC 154-EMC

c) Corrosion rate measurements

The corrosion rate measurement shall be carried out in accordance with recommendations published
by RILEM TC 154-EMC “Test methods for on-site corrosion rate measurement of steel reinforcement in
concrete by means of the polarization resistance method”.
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A14.2.7.6 Repair of sample and test locations
a) For repairs up to 50 mm deep
b)  For repairs greater than 50 mm deep

A14.2.8 WORKMANSHIP

The Contractor shall prepare an agreed reference grid of lines on the concrete surface to be tested and
the Engineer will supply the design sampling plan. The location of each test, as amended by the
Contractor, shall be recorded on an approved reference drawing along with the processed test result.
All substandard areas or areas of potential contamination or corrosion risk shall be agreed with the
Engineer and marked on the structure by the Contractor.

PART B: LABOUR ENHANCEMENT
Not suitable for labour enhanced work.
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PART C: MEASUREMENT AND PAYMENT

C14.21  Delamination Survey:

C14.2.1.1 using hammer tapping technique to (description) square metre (m2)
C14.2.1.2 using chain drag technique to (description) square metre (m2)
C14.2.1.3 using extracted core samples (description of location, core size

and length) number (No.)
C14.2.1.4 using extracted core samples (description of location, core size

and length) metre (m)

C14.2.2  Concrete cover survey
C14.2.2.1 (description of location on structure) square metre (m2)

C14.23  Concrete compressive strength
C14.2.3.1 using extracted core samples (description of location, core size

and length) number (No)
C14.2.3.2 using extracted core samples (description of location, core size
and length) metre (m)

C14.2.4 Carbonation depth testing
C14.2.4.1 using extracted core samples or fragment removed for
(description of location on structure) number (No)

C14.2.5 Chloride profile testing
C14.2.5.1 using extracted core samples or fragment removed for
(description of location on structure) number (No)
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C14.2.6  Half-cell potential measurements

C14.2.6.1 (description of location on structure) square metre (m2)

C14.2.7  Surface resistivity measurements

C14.2.7.1 (description of location on structure) square metre (m2)

C14.2.8 Corrosion rate measurements

C14.2.8.1 (description of location on structure) square metre (m2)

South African Road Federation

QUESTIONS?
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SECTION 14.3

DEMOLITION AND REMOVAL OF STRUCTURAL CONCRETE AND
STEELWORK

Presenter: David Temple

South African Road Federation

SECTION 14.3

DEMOLITION AND REMOVAL OF STRUCTURAL CONCRETE AND
STEELWORK

This Section covers work in connection with the demolition of
entire members of a concrete structure as well as cutting back

concrete to expose reinforcement and the initial preparation of
the exposed surface

South African Road Federation
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14.3 DEMOLITION AND REMOVAL OF STRUCTURAL CONCRETE AND STEELWORK

PART A: SPECIFICATIONS
A14.3.1 SCOPE

This Section covers the work in connection with the demolition of entire members of a concrete
structure as well as cutting back concrete to expose reinforcement and the initial preparation of the
exposed surface. Surface and structural repair of concrete members is covered in Section A14.4. This
Section also covers the demolition and removal of steel structures and members.

A14.3.2 DEFINITIONS

Concrete and steel members or elements

Demolition of concrete and steel members or elements
Removal of concrete and steel members or elements

A14.3.3 GENERAL
A14.3.3.1 Concrete members and elements

The work is this chapter includes the demolition of concrete members or elements either completely
or partially. Complete demolition is usually carried out for the replacement of a member or alterations
or extensions to a structure.

Removal of small areas of concrete in partial demolitions is carried out for repairs of concrete
members or elements.
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A14.3.3.2 Structural steel

The demolition of structural steel members or elements can also be full demolition of a structure,
member or element and is also carried out for alterations, extensions or repairs on structural steel
structures.

A14.3.4 DESIGN BY CONTRACTOR

Where concrete members or elements are demolished or where concrete is removed from concrete
sections, or where steel members or elements are removed, the Contractor shall submit complete
method statements for the method of execution of the works. These method statements shall be
submitted for approval by the Engineer at least 14 days prior to works being carried out.

A14.3.5 MATERIALS

All materials used in the demolition and removal of concrete elements, shall be handled, stored and
used strictly in accordance with the manufacturer’s instructions and the current Occupation Health and
Safety

A14.3.6 CONSTRUCTION EQUIPMENT

All plant, equipment and tools used for the demolition of concrete elements or the removal of portions
of existing concrete or the removal of steel members or elements shall be based on proven and
accepted technology within the industry

The suitability of the chosen method shall be demonstrated on a representative test section identified
by the Engineer prior to the execution of any programmed work.
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A14.3.6.2 Access structures and working platforms
The temporary structures, platforms, chutes, all as described in Section A14.1.

A14.3.7 EXECUTION OF THE WORKS

A14.3.7.1 Sequence of execution

The method and sequence of demolition or removal of concrete and structural steel shall be in
accordance with the drawings or the approved method statement submitted by the Contractor to the
Engineer for approval.

A14.3.7.2 Site preparation and access

The necessary access and temporary support structures shall be in place prior to the commencement
of demolition to ensure acceptable Environmental, Occupation, Health and Safety conditions.

A14.3.7.3 Demolition of entire structural members
a) Concrete members

The demolition of entire concrete structures or major members of a structure shall employ techniques
that do not damage the existing structure, adjacent structures or structural members or elements the
roadway below, nor contaminate the surrounding environment.

Concrete members which are to be demolished completely shall be broken into suitably sized
fragments to allow easy removal from site to an approved disposal site.
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Recommended demolition techniques include the use of concrete cutting equipment, percussion
breakers, chisels or other approved mechanical equipment, the use of thermal or hydraulic cutting
techniques or by non-explosive chemical means, to ensure minimal damage (e.g. micro-cracking) to
the existing concrete. Demolition by explosive means shall normally not be acceptable and shall only
be permitted subject to the Engineer’s written approval. Water jet removal of concrete is preferred
wherever this method is feasible.

b) Steel structures or members

The removal of entire structural steel structures or members shall be carried out using techniques
which do not damage adjacent structures or members. The Structural members to be demolished or
removed completely shall be cut up into suitably sized sections and removed to suitable scrap metal
yards for re-cycling.

A14.3.7.4 Removal of concrete from structural elements
a) Cutting back concrete to a new finished surface

The concrete and reinforcement shall be cut back adequately to provide the prescribed concrete cover
to the new finished surface as indicated on the drawings or as directed by the Engineer

Only techniques that do not damage the inherent structure, bond or strength of the remaining sound
concrete shall be used.

The fixed exposed contact surface shall be bounded by straight line edges cut at least 10 mm deep by
a diamond cutting saw, angle grinder or other approved equipment.

b) Cutting back concrete to expose reinforcement

Where a concrete member has to be joined or extended or replaced by new concrete, the concrete
shall be carefully cut or broken from the reinforcement bars to expose the bars to the dimensions and
outline as shown on the drawings or as directed by the Engineer.
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A14.3.7.5 Removal of structural steel elements from existing structures

Where structural steel elements or members are removed from structures special cutting techniques
shall be used to ensure the integrity of the remaining steel structure. Temporary bracing and or
members shall be welded or bolted into place as indicated on the drawings before such a structural
member or element is removed from the structure.

No work shall be carried out unless a complete method statement is submitted to the Engineer for
approval and which shall include all Occupational Health and Safety requirements and a Risk
Assessment.

A14.3.7.6 Removal of metal sections embedded in concrete

Metal sections including steel reinforcement that are embedded in concrete members by means of
grout pockets shall be removed by carefully chipping out the embedment grout filling the pocket.

A14.3.7.7 Preparation of exposed contact surfaces (for extension of existing concrete
elements or construction of new concrete members)

The aggregate must be exposed to provide a good bonding surface.

The mechanically prepared concrete surface shall be cleaned by means of grit blasting or water
jetting.

The breaking out and preparation of damaged, spalled and/or cracked concrete surfaces is described
and measured under Sections A14.3 and A14.4.

A14.3.7.8 Disposal of waste material

All waste materials shall be disposed of weekly to a disposal site or scrap metal yard identified by the
Contractor and approved by the Engineer in accordance with the EMP requirements.
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A14.3.8 WORKMANSHIP
A14.3.8.1 Tolerances

The Contractor shall remove concrete to a planar, uniform surface with 25 mm maximum deviation
from the level or dimension indicated on the drawings unless otherwise approved by the Engineer.
The outer edge of the contact surface shall consist of straight lines with maximum deviation of 5,0 mm
from straight, measured with a 1,0 m long straight edge, and shall be within 5,0 mm of the position
indicated on the drawings, or as instructed by the Engineer. Steel members to be removed shall be cut
out and replaced to a tolerance of 2,0 mm and then be welded or bolted into position.

A14.3.8.2 Trials

The Contractor shall carry out pre-construction trials with the proposed equipment to determine the
suitability of the technique for the envisaged application.

PART B: LABOUR ENHANCEMENT
The removal of concrete for labour enhanced activities is limited to a surface area of 2,0 m2.

PART C: MEASUREMENT AND PAYMENT

C14.3.1 Demolition of concrete members or elements

C14.3.1.1 Full member or element (location and description) cubic metre (m?)
C14.3.1.2 Partial member or element (location and description) cubic metre (m®)
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C14.3.2
C14.3.2.1
C14.3.2.2
C14.3.3

C14.3.3.1
C14.3.3.2
C14.34

C14.3.4.1
C14.34.2
C14.3.5
C14.3.6

Demolition of concrete members or elements by labour enhanced construction
Full member or element (location and description) cubic metre (m?)
Partial member or element (location and description) cubic metre (m?)

Demolition of structural steel structures, members or elements (location and
description)

Full member or element (location and description) ton
Partial member or element (location and description) ton

Demolition of structural steel structures, members or elements by labour
optimised construction (location and description)

Full member or element (location and description) ton
Partial member or element (location and description) ton
Removal of metal sections embedded in concrete (description)  number (No)

Establishment on site for hydro-demolition equipment lump sum

PART D: GUARANTEES AND COMPLIANCE CERTIFICATES

No specific items in this Section.

saRrF J)
[S—— South African Road Federation

Questions?
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SECTION 14.4

SURFACE AND STRUCTURAL REPAIR OF CONCRETE MEMBERS

Presenter: David Temple
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SECTION 14.4

SURFACE AND STRUCTURAL REPAIR OF CONCRETE MEMBERS

This section covers the specification for the requirements of
surface and structural repair of structural concrete members. It
also covers the removal of defective or contaminated concrete
and reinforcement, the preparation of exposed concrete
surfaces and reinforcement for the rehabilitation and the
repair of concrete with cementitious mortars and proprietary
concrete repair compounds.
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14.4 SURFACE AND STRUCTURAL REPAIR OF CONCRETE MEMBERS
PART A: SPECIFICATIONS
A14.4.1 SCOPE

This Section covers the requirements for the surface and structural repair of structural concrete
members.

The method for removal of defective or contaminated concrete, partial removal of concrete sections
and the initial preparation of contact surfaces are covered in Section A14.3.

A14.4.2 DEFINITIONS

Bonding agent

Cementitious repair products and systems
High flow mortar or concrete
Smoothening coat

A14.4.3 GENERAL

A14.4.4 DESIGN BY CONTRACTOR

Where the repair system comprises, in part, of a cementitious mortar or concrete, the material design
and preconstruction laboratory results shall be recorded and submitted to the Engineer for approval
prior to the commencement of the repair activities. The surface and structural repair activities shall
only commence after the approval of the material design. The Contractor shall allow sufficient time in
his programme for the material design, EN 1504 compliance verification and approval of the repair
system.

saRrF J)
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A14.4.5.1 General
Both cementitious-based and epoxy-based repair systems are described in this specification.

A14.4.5.2 Cementitious mortar or concrete

The cementitious repair mortar shall comply with the strength requirements of the concrete in the
structural member to be repaired. The water/cement (w/c) ratio shall not exceed 0,5 and guidelines for
the composition of mortars and concretes consisting of different aggregate sizes shall be in
accordance with the requirement of Section A14.4.

The Contractor shall be responsible for the final design of the repair mix and shall submit a test report
by an approved testing laboratory to the Engineer for approval prior to its use in the permanent works.
All the test results shall be incorporated in the standard concrete mix design approval form.

Materials used in the cementitious mortar or concrete shall comply with the following requirements:
a) Cement

b)  Aggregates

c)  Admixtures

d) Performance requirements for cementitious mortar or concrete

A14.4.5.3 Water

The Contractor shall prove by way of laboratory test that all water used for mixing and curing repair
materials complies with SANS 51008.
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A14.4.5.4 Epoxy systems

The proprietary epoxy system used shall be approved by the Engineer and shall have a minimum
compressive strength after 7 days of 50 MPa.

The suitability of the epoxy mortar for a particular application shall be proved by testing or submission
of an approved industry track record of usage under similar circumstances.

The epoxy mortar shall have a compressive strength equal to or greater than the adjacent concrete
and it shall exhibit similar temperature expansion characteristics. The elastic modulus, Ee, shall not
exceed that of the parent concrete. Aggregate (fine and coarse) shall be clean and dry and the size
shall not exceed one third of the minimum patch thickness.

The Contractor shall be responsible for the final mix design and shall submit details to the Engineer for
approval prior to its use in the permanent works.

A14.4.5.5 Proprietary cementitious repair systems

The suitability of the repair compound for a particular application shall be proved by testing or
submission of an approved industry track record of usage under similar circumstances.

The repair systems shall consist of the following to be approved by the Engineer:
a) Primer for Steel Surfaces

The primer shall consist of a single component zinc rich primer as per Clause A14.4.5.7 or
cementitious epoxy resin compensated three component coating material with active corrosion
inhibitor

b) Adhesion promoter for concrete surfaces

The products and measures deemed suitable for use as adhesion promoters in accordance with the
proprietary repair compound and site conditions shall conform to the requirements stipulated in Clause
A14.4.5.6.

South African Road Federation

c) Concrete Repair products

For structural repairs, only Class R3 and R4 repair products conforming to EN 1504 as specified shall
be used. For non-structural repairs, Class R1, R2, or R3 repair products conforming to EN 1504 as
specified shall be used.

Typical generic descriptions of suitable repair products may include:

(i)  High strength, expansive cementitious grout

(ii)  Free flowing structural repair concrete

(iii)  Fibre reinforced, polymer modified repair mortar

(iv) High build, polymer modified repair mortar

(v)  Polymer modified pore sealer

(vi) Very rapid setting repair mortar

(vii) Non-sag patching and repair mortar

d)  Curing of repaired surface

The repaired surface shall be cured using a liquid membrane — forming compound
The type and application of the curing compound shall be to the Engineer’s approval.

The proprietary repair systems shall comply with EN 1504-3. The repair system shall be suitable for
the following protective and remedial principles in accordance with EN 1504-9 as set out in Table
A14.4.5-1.

(i)  Applying mortar by hand (Principle 3 — Method 3.1)

(i)  Recasting concrete (Principle 3 — Method 3.2)

(iii)  Adding Mortar or concrete (Principle 4 — Method 4.4)

(iv) Increasing cover to reinforcement with mortar or concrete (Principle 7 - Method 7.1)
(v) Replacing contaminated concrete (Principle 7 — Method 7.2)
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The materials for proprietary cementitious repair products shall be supplied as a factory pre-packed
dry premix of cements, aggregate and other proprietary products requiring only the addition of pre-
packed liquid or a prescribed volume of water of an approved quality to produce the satisfactory repair
product. The proprietary repair products shall compensate for shrinkage in both the plastic and
hardened states and shall be suitable for use in the proposed mix and placing techniques. These
products are suitable for both structural and non-structural applications.

Proprietary concrete shall be highly workable and self-compacting without the use of vibrators.

The proprietary concrete shall comply with the material properties as indicated on the detail drawings,
alternatively the performance requirements defined in Table A14.4.5-1 shall apply.
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Table A14.4.5-1: Performance requirements for structural and non-structural repair products

Reference Requirement
Perfo.rmance substrate | Test Method ES{IE{c| Non-structural
Requirements
(EN 1766) Class R4 Class R3 Class R2 Class R1
B compressive strength  None EN12190 245 MPa 225MPa 215MPa 210 MPa
u Chloride ion content None EN 1015-17  <0,05% <0,05%
EB Adhesive bond MC(0,40)  EN 1542 >2,0 MPa >15MPa 20,80 MPa
Restrained shrinkage MC(0,40) EN 12617-4 Bond strength after test No
/ expansion ! 22,0 MPa 21,5 MPa >0,80 MPa requirement
H Caltbonatlon None EN 13295 Dk < control concrete (MC(0,45))  No requirement
resistance
BN Elastic Modulus None EN13412  220GPa >15 GPa No requirement
T | Gl Bond strength after 50 cycles Visual
ermal compatibility y . .
L oot Frecse-thaw  MC(040)  ENI3687-1 o pn >1,5MPa 20,8 MPa EEEE
after 50 cycles
Thermal Bond strength after 30 cycles .
compatability Vel
Part 2: Thunder MC(040)  EN13687-2 ;4o >15MPa 20,8 MPa LaRfTilETh
after 30 cycles
shower
Thermal Bond strength after 30 cycles
" Bond strength
el MC(0,40)  EN13687-4 ', 5 \ipa >20MPa 22,0 MPa after 30 cycles
Part 4: Dry cycling
Class I: >40 units wet tested Class I: >40 units wet tested
Skid resistance None EN 13036-4  Class II: >40 units dry tested Class II: >40 units dry tested
Class I1l: >55 units wet tested Class I1l: >55 units wet tested
Coefficient of thermal Not required if tests 7, 8, or9 are  Not required if tests 7, 8, or 9 are
—— None EN 1770 carried out, otherwise 9,0E- carried out, otherwise 9,0E-
P 6 mm/mm/°C. 6 mm/mm/°C.
Capillary absorption None EN 13057 <0,5 kg.m2.h0:5 <0,5 kg.m2.h0:5 Mo
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All the necessary health, safety and fire precautions stated by the manufacturer shall be complied with.
Only material of which the shelf life has not expired shall be used.
A14.4.5.6 Adhesion promoting techniques

Adhesion of the repair material to the substrate is a priority requirement for all repair systems.
Adhesion can be assisted by the use of bonding agents, prewetting the substrate, or sealing of the
substrate, as appropriate to the particular requirements of the repair system.

Some repair systems recommend the use of a substrate sealing compounds, this technique shall
comply with the adhesion requirements of EN 1504. Typical materials include single-component
emulsion based on modified acrylic type resins, but the use of wet-to-dry type epoxy materials shall
not be permitted.

A14.4.5.7 Anti-corrosion primer for reinforcement

The anti-corrosion primer shall be a single component zinc rich primer or a cementitious, epoxy resin
compensated three component coating material with an active corrosion inhibitor meeting the
requirement of EN 1504-7.

A14.4.6 CONSTRUCTION EQUIPMENT

All plant and equipment used for the preparation of concrete surfaces, batching of material and mixing
operations shall be in good working order and suited for the intended use.

saRrF J)
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A14.4.7 EXECUTION OF THE WORKS
A14.4.7.1 Preparation of repair surfaces
a) Preparation of concrete contact surface

The mechanically prepared concrete surface shall be cleaned of dust by means of oil-free
compressed air or water-jetting.

The edges shall be recessed such that the patch has a thickness at the edge of at least twice the
maximum aggregate size of the patching material, but in no case less than 10 mm.

b)  Preparation and protection of embedded reinforcement

All visible or embedded reinforcement bars showing signs of corrosion shall be exposed by

cutting back the concrete around the bar with pneumatic chisels or other approved method. The
corrosion shall be removed by grit blasting,

Reinforcement that has experienced significant pitting or reduction in diameter shall be referred
to the Engineer for acceptance. All rejected reinforcement shall be cut out and replaced with new
bars of the same type and size, allowing for a minimum overlap of 45 diameters with the in situ
bars.

All exposed and cleaned reinforcement shall receive one coat of a single-component anti-
corrosion primer based on zinc and epoxy resins, which shall be evenly applied to achieve a
minimum 40 pm dry film thickness.

Alternative proprietary anti-corrosion coatings shall be subject to the approval of the Engineer,
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In cases where the final concrete cover is deemed by the Engineer to be inadequate the following
protection shall be applied at the Engineer’s instruction:

- Cover0-5,0mm

The reinforcement shall receive two coats of anti-corrosion zinc-based epoxy primer as described
previously. In order to improve the bond to the covering epoxy mortar, kiln-dry quarzitic sand shall be
applied onto the final wet coat.

- Cover >5,0 mm

The outer surface mortar patch shall receive a surface coating based on an approved hydrophobic
impregnants, sealers and pore blockers, or coatings complying with Clause A14.7.5. Where an
epoxy mortar is used as repair material, the reinforcement shall be coated as for the 0 — 5,0 mm
case.

A14.4.7.2 Bonding layer
a) Cementitious mortar or concrete repair

Concrete surfaces that exhibit a high moisture absorption shall be wetted prior to patching, the
mortar being applied only when the surface has dried sufficiently to have a matt moist appearance,
preferably saturated surface dry.

The use of polymer dispersive additives to improve workability and bond characteristics shall be
subject to the approval of the Engineer.

Alternatively, an approved adhesive or bonding agent may be applied to the prepared surface so as
to enhance the bond of the fresh mortar to the dry concrete in accordance with the manufacturer’s
instructions. Only compatible materials shall be used.

b)  Epoxy mortar repair

The repair surfaces shall be covered with a thin compatible bonding layer of epoxy resin before
applying the mortar layer.

........ South African Road Federation

c) Proprietary cementitious repair compounds

The contact surfaces shall be prepared and treated with a compatible bonding layer in accordance
with the manufacturer’s specification.

A14.4.7.3 Batching and mixing

a) Cementitious mortar or concrete

The constituent parts of the mortar or concrete, i.e. the cement, aggregate and water, shall be weigh-
batched.

The batched materials shall be mixed continuously for at least five minutes in a mechanical drum or
table type mixer, or, for small amounts, with an electric drill with a mixing paddle.

b)  Epoxy mortar

The epoxy base and activator shall be mixed strictly in accordance with the manufacturer’'s
instructions.

The epoxy and aggregate shall be weigh-batched. The manufacturer’s instructions shall be strictly
adhered to.

c) Proprietary cementitious repair compounds

The repair compound shall be mixed strictly in accordance with the manufacturer’s specifications.
Unless otherwise specified the product shall be thoroughly mixed in a forced-action mixer of adequate
capacity. Alternatively, a suitably sized drum may be used with a slow speed (400/500 rpm) high-
torque rotary drill fited with an approved mixing paddle. The contents shall be properly mixed to
ensure a smooth, uniform mix.

The mixing capacity and placing capacity of equipment and labour shall be adequate and matched to
enable placing operations to be carried out continuously within the recommended placement time of
the product, or within 20 minutes of mixing ensuring a smooth, uniform mix.

Tools and equipment shall be cleaned after each batch and all previously mixed material shall be

rem from tools and equipment prior to charging and mixing a new batch of repair compound.
SARF
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A14.4.7.4 Formwork for structural concrete repair

All formwork shall conform to the Specifications contained in Section A13.2 of Chapter 13 and shall be
used when the area to be patched will not allow for a trowelled finish.

Formwork shall be fixed in place as soon as possible after the substrate has been prepared as
specified.

When casting high flow concrete or mortar, the formwork shall be water-tight. Where required, a
suitable provision for the drainage of pre-soaking water or access for the application of a surface
bonding layer immediately prior to placing the repair concrete shall be provided.

All formwork surfaces which will be in contact with the repair mortar shall be treated with a suitable
mould release agent. The formwork surfaces shall match the existing surface textures.

A14.4.7.5 Application of the repair material
a) Cementitious mortar

After the defective concrete surface and the embedded reinforcement have been prepared, the
bonding layer shall be worked onto the concrete contact surface. The mortar surface shall be trowelled
when the mortar exhibits initial set to obtain a uniform plain surface true to line, matching the
boundaries of the repair area, and shall then be finished to match the adjacent existing surface finish.

Local areas, where deep recesses have been cut out, or where concrete has been removed around
reinforcement bars, shall be built up in layers as required.

b) Concrete

After the defective concrete surface or member has been prepared, an approved bonding layer shall
be worked onto the concrete contact surface followed directly by the freshly mixed concrete. The
concrete shall be properly compacted and where possible, vibrators shall be used.

saRrF J)
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c) Epoxy mortar

The epoxy mortar shall be applied in accordance with the manufacturer’s recommendations and
specifications.

d) Proprietary cementitious repair compound

The proprietary compound shall be applied in accordance with the manufacturer’s recommendations
and specifications.

The minimum and maximum layer thickness shall be as specified by the manufacturer.

Each layer of repair compound shall be thoroughly worked and compacted into the repair zone
ensuring that full contact with the primed contact surface is achieved and no air entrapment occurs. All
sagging or slumping material shall be removed and the contact surface cleaned prior to re-application
using a reduced layer thickness.

A14.4.7.6 Protection and curing
a) Cementitious mortar or concrete
The finished mortar surface shall be protected from drying out due to wind, direct sunlight or frost.

The surfaces shall be cured over a period of at least 7 days by spraying a uniform, full coat of an
approved resin-based curing membrane not later than 2 hours after placement of the mortar, but within
20 minutes after stripping the formwork, or by any other approved procedure.

b) Epoxy mortar

The mortar shall be protected from rain and frost for at least 24 hours and shall be cured in accordance
with the epoxy supplier’'s recommendations,
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c) Proprietary cementitious repair compounds

Immediately after the proprietary compound has been applied or after formwork has been removed
cure the compound as per the manufacturer’s detailed instructions.

A14.4.7.7 Reinstatement of concrete cover
a) Cementitious mortar

The mortar shall consist of one part cement and two parts sand (0-2,0 mm) by mass with a
water/cement ratio not exceeding 0,42. Additives approved by the Engineer may be used to improve
workability and durability of the mortar.

The mortar shall be applied to minimum thickness of 10 mm and the finished surface shall be treated
with an approved curing compound.

b)  Epoxy Mortar
Epoxy mortars shall not be applied to structural concrete surfaces with temperatures below +10°C.
A14.4.7.8 Partial removal of concrete to expose reinforcement

Where a structural element contains embedded reinforcement which will be re-used in the
rehabilitation the concrete shall be carefully chipped away without damaging the reinforcing bars.
Damaged bars shall be replaced with new reinforcement.

A14.4.7.9 Sounding survey

On instruction from the Engineer a sounding survey shall be carried out by striking the concrete with a
hammer of approximately 500 g mass and recording the location of hollow sounding areas.
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A14.4.8 WORKMANSHIP
A14.4.8.1 Tolerances

The Contractor shall apply the patching mortar or concrete and finish the surface to the line and level
of the existing concrete and within the tolerances specified on the drawings, or if none is specified, to
the tolerances specified in the Section A13.2 of Chapter 13.

A14.4.8.2 Testing

The Contractor shall ensure that only compatible materials are used for surface and structural repair
of concrete members. All test results shall be reported to the Engineer and will be subject to the
Engineer’s approval.

The site weather conditions during the application of surface and structural repair of concrete
members shall be monitored and recorded

The following tests for the substrate and repair material are required:

. The cleanliness of the substrate shall be visually inspected, after preparation and immediately
before the application of repair materials.

. The temperature of the substrate shall be recorded using thermometers with accuracy of 1°C,
but not subject to direct solar radiation.

. The consistency of repair materials shall be recorded for each batch: for concrete slump
measured according to SANS 3001-CO1-3, or flow according to SANS 3001-CO1-6 and
consistency for mortar determined in accordance with EN 13395 — parts 1, 2 or 4.

. Colour, uniformity and texture of finished surfaces shall be assessed visually to ensure
consistent aesthetic appearance.
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c) Material

The Contractor shall ensure that only compatible materials are used as ingredients for the repair
mixes.

Any patch material exhibiting signs of cracking at its perimeter shall be deemed to have failed and
shall be removed and replaced.

d) Acceptance testing

Repair material for surface repair will be assessed for compliance based on the 28-day mean strength
test result compared to the specified 28-day compressive strength for each class of repair material.

Test cubes shall be stored and cured in a manner appropriate to the materials to be tested in
accordance with the manufacturer’s specifications and shall be properly identified.

The strength results shall represent the section of work executed in the period as agreed to by the
Contractor and the Engineer in advance of sampling and the mean strength must be higher than the
specified strength with no single value less than 90% of the specified value.

The work at risk due to non-compliance shall be that executed during the agreed period represented
by the strength results that failed to achieve the specified strength.

As a consequence of non-compliance in terms of the acceptance criteria, the Contractor shall take
such remedial action as deemed necessary. Such action may include removal and replacement of
material in repairs at risk and further testing. All such costs shall be borne by the Contractor.
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PART B: LABOUR ENHANCEMENT

B14.4.1 SCOPE

This work is deemed to be labour enhanced activities, but of a specialised skills level.
PART C: MEASUREMENT AND PAYMENT

C14.41  Cementitious mortar or concrete (Class) to (description) litre (£)
C14.4.2  Epoxy mortar litre (2)

C14.4.3  Proprietary cementitious repair system (Class and generic description) in positions as
indicated in accordance with Table A14.4.5-1.

C14.4.3.1 Class R4 — (Generic description)

(Position indicated) litre ()

(Etc. for other positions)

Class R3 — (Generic description)

(Position indicated) litre ()

(Etc. for other positions)

Class R2 — (Generic description)

(Position indicated) litre ()

(Etc. for other positions)

Class R1 — (Generic description)

(Position indicated) litre ()

(Etc. for other positions)

T

C14.4.

oo

C14.4.

C14.4.

To
ARG (= A0 e )

C14.4.4  Curing of repair surfaces
C14.4.4.1 By coating the surface with (type indicated) to (description) square metre (m2)

C14.4.4.2 Curing by (method indicated) to (description) square metre (m2)
C14.4.5  Sounding survey (Prior to repair of the surface) square metre (m?)
SARF
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PART D: GUARANTEES AND COMPLIANCE CERTIFICATES
D14.4.2.1 Product conformance specifications

Conformance documentation shall be provided for:

a)
b)
c)
d)
e)

Cements CEM | or CEM Il and Admixtures.

Primer for steel surfaces.

Adhesion promoter for concrete surfaces.

Epoxy adhesives and Repair Mortars.

Structural Repair Products types R1, R2, R3 and R4 (conforming to EN 1504-3)
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SECTION 14.5

ANCHORING OF REINFORCEMENT, GROUTING AND CRACK INJECTION

Presenter: Edwin Kruger
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SECTION 14.5

ANCHORING OF REINFORCEMENT, GROUTING AND CRACK INJECTION

This section covers the specification for the requirements of
anchoring reinforcing bars, the filling of gaps, holes and pockets

in concrete with grout systems and the injection of cracks and
cavities using adhesive systems
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A14.5 ANCHORING OF REINFORCEMENT, GROUTING AND CRACK INJECTION
PART A: SPECIFICATIONS
A14.5.1 SCOPE

This specification covers the requirements for the anchoring of reinforcing bars, the filling of gaps, holes
and pockets with grout systems and the injection of cracks and cavities with adhesive systems.

A14.5.2 DEFINITIONS
Anchoring

Grouting

Crack injection
Epoxy adhesive

A14.5.5 MATERIALS
A14.5.5.1 Anchoring adhesive

The materials selected shall be suitable for anchoring reinforcement into concrete surfaces in
accordance with EN 1504-9 Principle 4-Method 4.2.

All anchoring products shall be styrene-free and shall be compatible with European Technical Approval
ETAG 001-5.

A14.5.5.2 Grout
a) Cementitious grout
Cementitious grout shall comply with the requirements of ASTM C1107 or EN 1504.

SARF
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b)  Epoxy resin grout

The materials for the grout shall consist of a factory pre-packed, solvent-free, two-part epoxy adhesive
consisting of resin and hardener components and specially prepared and graded aggregate.

c)  Working characteristics of grout
(i)  Application

The grout system shall be suitable for application by pouring into gaps, holes, pockets or formwork
depending on the particular circumstances.

(i) Strength development, cure time and environmental conditions

The grout must cure sufficiently within 24 hours, to the compressive strength specified on the drawings,
with negligible shrinkage on curing.

A14.5.5.3 Crack injection and crack filling

The materials selected shall be suitable for crack injection filing and sealing in accordance with EN
1504-9 Principle 1-Method 1.5 and Principle 4-Methods 4.5 and 4.6.

a) Adhesive
(i) Surface sealing for vertical and overhead surfaces

The hardened surface sealant adhesive shall be capable of being easily removed without
damage to the concrete surface and shall not leave a residue.

Acrylic compounds or car body repair-type compounds shall not be permitted.
(i)  Surface sealing for horizontal, top surfaces

The surface sealant shall be suitable for use in creating a ponding area along the crack for the
filling by pouring method.
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b) Injection ports

Injection ports shall consist of short lengths 75 mm to 130 mm of small diameter 3,0 mm to 5,0 mm ID,
flexible, high-pressure tubing each fitted with a locating pin at the base for bonding in the crack sealant.
Sufficient field testing to demonstrate the satisfactory operation of such injection port shall precede any
approval application.

c) Injectable and pourable epoxy adhesive products

The adhesive used for epoxy injection into cracks in concrete shall consist of an unfilled, solvent-free,
two-part epoxy consisting of resin and hardener components. The epoxy shall be low viscosity
modified aliphatics or amidoamines. The injectable adhesive shall meet the requirements for force
transmitting structural filling of cracks in accordance with EN 1504-5.

The mixed adhesive shall be free of lumps and the components shall not separate or settle out during

the pot life of the adhesive.

d)  Working characteristics of adhesive

(i) Surface sealing application

(i)  Injectable and pourable application

(i)~ Pot life
The mixed adhesive shall exceed 60 minutes at 25°C and a relatively high humidity, unless
special circumstances dictate a fast-setting adhesive.

(iv)  Storage life
The storage life, or shelf life, in the original sealed containers of both the resin and hardener shall
not be less than six months.
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(v)  Cure time and temperature

The adhesive shall be capable of curing to the required strength at temperatures between 10°C
and 40°C in relative humidity of up to 95 %.

e)  Mechanical properties of cured injectable adhesive

(i) Moisture resistance

(i) Moisture resistance

(iii)  Temperature resistance

(iv)  Flexural modulus

(v)  Modulus of elasticity in compression

(vi)  Shear strength

(vii)  Tensile strength

(vii) Double lap shear strength

A14.5.5.4 Packaging and handling

All adhesive components shall be supplied in separate sealed containers of suitable sizes to obtain a
mixed quantity that can be fully utilised within the pot life of the adhesive.

Each container shall be durably and legibly marked and complete records of stock acquired and issued

for use, shall be kept. The containers shall be clearly marked with the following information:

a) name of manufacturer;

b)  manufacturer’s product identification;

c) batch number and date of manufacture;

d)  date of expiry or shelf life;

e)  manufacturer’s instructions for mixing; and

f) detailed health and safety information, including precautionary physical, toxilogical and
environmental requirements.
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A14.5.5.5 Storage

The Contractor shall provide a lockable store with ventilation and observe all storage requirements and
safety precautions recommended by the manufacturer’s instructions and applicable Regulations.

A14.5.5.6 Manufacturer’s instructions and documentary proof of compliance

The following information shall be contained on the sheet in a clear and unambiguous manner:

a) the general chemical type of each component used in the adhesive;

b)  recommended storage conditions and shelf life when stored under these conditions;

c) preparation instructions for steel and concrete surfaces;

d) instructions for use of primers, including optimum dry film thickness and permissible ranges;

e) mixing instructions, including allowable variations in mix ratio and any temperature control
requirements during the mixing process;

f) application instructions, including limits on pressure, temperature, open time and relative humidity
before injection;

g) safety precautions for all components of the adhesive; and

h)  curing conditions and temperature-related precautions.

A14.5.6 CONSTRUCTION EQUIPMENT

A14.5.6.2 Temporary access structures and working platforms

Section A14.1

A14.5.6.3 Forming holes for anchoring

appropriate.

A14.5.6.4 Pressure injection equipment

The pressure injection equipment shall be capable of continuously supplying the freshly mixed epoxy
resin on demand.

The two components of the epoxy injection compound shall be fed separately to the extrusion gun and
shall only be mixed together within the pressure chamber of the gun at the time of injection.
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A14.5.7 EXECUTION OF THE WORKS
A14.5.7.1 Anchoring

Prior to forming holes for anchoring, the Contractor shall ensure that the position of existing embedded
reinforcement is determined by covermeter tests performed. Anchors shall not be installed in unsound
concrete.

a) Preparation of contact surfaces

The texture and cleanliness of the surface of anchor holes shall be appropriate to the anchoring
adhesive.

b) Installation of anchoring adhesive and reinforcing bar

The anchoring adhesive shall be inserted into the prepared hole, starting at the bottom while slowly
drawing back the delivery system. Reinforcing bar shall be inserted with a gentle rotary motion.

A14.5.7.2 Grouting
a) Preparation of contact surfaces

Concrete contact surfaces chiselling, grit blasting or high-pressure water-jetting. Where concrete
removal is achieved by mechanical means (for example. Chiselling), the surface shall receive treatment
using high-pressure water-jetting to remove concrete layer potentially containing micro-cracking.

Prepared contact surfaces shall be cleaned with oil-free compressed air, water-jetting or vacuum as
appropriate.

b) Holes, recesses and pockets for grouting.

Holes, recesses and pockets that are formed in concrete must be cleaned of all foreign material and
prepared as for the contact surfaces in Clause A14.5.7.2a).
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c) Pre-soaking

Cementitious grout usually requires the pre-soaking of the concrete substrate
d) Formwork

Temporary formwork may be required to place and contain the fluid grout.

e) Batching and mixing

The proprietary grout shall be batched and mixed strictly in accordance with the manufacturer’s
instructions.

f) Placement of grout for bedding or gap filling

The mixed grout shall be placed within the workable life or pot life of the material in accordance with the
manufacturer’s instructions.

g) Protection and curing

The exposed cementitious grout surfaces shall be protected from wind, rain and low or high ambient
temperatures

A14.5.7.3 Crack injection

All work related to the injection of cracks with epoxy shall be executed in accordance with the
approved method statement as confirmed by site tests according to Clause A14.5.7.3a).

a) Extent and sequence of work

The extent of work will be indicated by the Engineer and no work may commence unless instructed by
the Engineer. The extent of the actual work may vary very significantly from that indicated in the
pricing schedule and the Contractor is advised to discuss the extent of the work with the Engineer at
the outset of the contract before establishing the necessary personnel, equipment or plant on site.
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b)  Crack preparation
All surfaces within 50 mm of a crack line shall be thoroughly cleaned of all foreign material
c) Surface sealing and injection port installation

The whole surface of the crack shall be temporarily sealed with a sag resistant fast setting epoxy
surface sealant.

Approved injection ports shall be properly spaced along cracks
While guidelines can be given for proper spacing, good judgement must be the final criterion.
(i)  Guidelines for injection port spacing in partial depth cracks are as follows:

1. Spacing between injection ports should be equal to the desired depth of penetration since the
resin generally travels as far into the crack as along the face of the crack. If port-to-port travel at
this spacing is not obtained, intermediate injection ports must be established.

2. If the cracks are less than 0,4 mm wide, injection ports should not be spaced more than 150 mm
apart.
3. If the cracks are more than 600 mm in depth, full penetration may be difficult to achieve because

of equipment limitations. Intermediate ports should be established to monitor the flow of epoxy.

(i)  Guidelines for injection port spacing in cracks extending the full depth of the member are as
follows:

1. Members up to 300 mm thick
Members 300 mm to 600 mm thick
Members over 600 mm thick
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d) Epoxy resin injection
Either the pressure injection or vacuum impregnation technique of crack injection shall be used.
The epoxy surface sealant shall have cured fully before commencing with any crack injection.
e) Crack filling
(i) Extent and sequence of work

The extent of the work will be indicated by the Engineer
(i)  Surface preparation

All surfaces within 50 mm of a crack line shall be thoroughly cleaned of all foreign material. The
concrete surface and crack shall be allowed to dry out completely and finally cleaned before
commencing with crack filling.

(iii) Crack preparation

Create a vee notch in the concrete approximately 20 mm wide over the crack using a hammer
and chisel or small power tools.

(iv) Crack filling

Fill the vee notch with specified material and grind smooth with the surrounding surface when
cured.

A14.5.7.4 Manufacturer’s guidelines, and health and safety requirements

Compliance with all health, safety, storage and fire precautions shall be in accordance with the
manufacturer's instructions

SARF J) —
[, South African Road Federation

A14.5.8.1 Anchoring

The Contractor shall ensure that the position of embedded reinforcement is determined by covermeter
tests, or alternatively confirmed visually if an appropriate method of concrete removal is specified.

Where instructed by the Engineer, the Contractor shall ensure that the bond of reinforcement is
determined using pull out tests in accordance with EN 1881.

A14.5.8.2 Grouting

The Contractor shall through the application of careful methodology, ensure that the grouting has
minimal entrapped air.

A14.5.8.3 Crack injection
a) Site tests

Preconstruction site tests to confirm proposed work procedures shall be undertaken in accordance with
this specification and the approved preliminary method statement.

b) Core tests

Test coring from the actual crack injection areas shall be done at positions and at intervals as instructed
by the Engineer to confirm satisfactory crack penetration and sealing quality. Where conformance in
accordance with EN1504-10 is verified, the degree of crack filling shall be minimum 80 %. Acceptance
of the core results will be at the discretion of the Engineer.

PART B: LABOUR ENHANCEMENT
High labour competent of a specialist nature ideal for labour enhanced construction.
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PART C: MEASUREMENT AND PAYMENT

C14.51  Anchoring of reinforcing steel:

C14.5.1.1 Reinforcing (type, bar diameter) into formed holes (hole
diameter and depth stated) in (description of member)

C14.5.1.2 Reinforcing (type, bar diameter) into pockets (pocket size
and depth stated) in (description of member)

C14.5.2 Preparation of contact surfaces for grouting (type, position
and size indicated)

C14.5.3  Grouting for:
C14.5.3.1 Bedding (type, thickness and size indicated) to (description)
C14.5.3.2 Gap filling (type, thickness and size indicated) to (description)

C14.5.4 Establishment on site for crack injection

C14.5.5 Surface preparation and surface sealing for crack injection to
(location on structure)

C14.5.6  Crack injection adhesive to (location on structure)

SaRF ) - -
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number (No.)

number (No.)

number (No)

litre (2)
litre ()

lump sum

metre (m)

litre (2)

C14.5.7  Crack filling
C14.5.7.1 Repair system to (location on structure) metre (

C14.5.8  Site and core tests

m)

C14.5.8.1 Dirilling of cores (specify diameter of cores) metre (m)
C14.5.8.2 Site testing and testing of cores provisional sum
C14.5.8.3 Percentage on provisional sum for charges and profit percent (%)

PART D: GUARENTEES AND COMPLIANCE CERTIFICATES

D14.5.2.1 Product conformance specifications
Compliance documentation shall be provided for:
a)  Anchoring adhesive

b)  Grout

c)  Crack injection and crack filling
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SECTION 14.6

SPRAYED CONCRETE FOR STRUCTURES

Presenter: Edwin Kruger
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SECTION 14.6

SPRAYED CONCRETE FOR STRUCTURES

This section covers the specification for the supply and
application of sprayed concrete in the rehabilitation of
structures and miscellaneous work requiring cast concrete
finish. It also includes sprayed concrete by either the dry-mix or
wet-mix method and preparation required prior to- and post-
spraying, protection and treatment of sprayed concrete.
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A14.6 SPRAYED CONCRETE FOR STRUCTURES
Sprayed concrete (Shotcrete)

Dry-mix sprayed concrete

Wet-mix sprayed concrete

A14.6.3 GENERAL

A14.6.3.1 Method Statements

Method statements shall be prepared and submitted to the Engineer for approval for each facet of the
work at the start of construction within the time scales specified.

A14.6.4 DESIGN BY CONTRACTOR / PERFORMANCE BASED SYSTEMS
A14.6.4.1 General

The following shall be specified (where applicable) by the Engineer and reflected in the Contract
Documentation:

- Techniques and methods to be followed
- Site specific requirements

- Limits of the area and thickness/ cover
- sprayed concrete mix composition

- sprayed concrete pigmentation
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- sprayed concrete strengths, post treatment properties, durability and any other deliverables as
may be appropriate

- Layout of treatment positions

- Sequence of sprayed concrete applications

- Ancillary items such as reinforcing and drainage

- Quantities of sprayed concrete to be used

- Monitoring of works

- Measureable properties to be achieved over the life span of the project

- Environmental and safety requirements specific to the techniques to be executed
- Monitoring and record keeping requirements.

A14.6.4.2 Sprayed concrete

Where so specified the Contractor shall prepare a detailed construction proposal/design detailing all
plant, equipment and materials to be employed in meeting the structural sprayed concrete objectives.

The Contractor shall be responsible for the design of a suitable cementitious mix for sprayed concrete
which shall be presented for approval by the Engineer with due consideration of the following:

- Availability of cementitious products in the quantities required for production
- Achievement of specified characteristic strength in the mix
- Consistency and pump-ability of the sprayed concrete
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The following procedure shall be applicable:

- Obtaining samples of mix constituents with verification of required properties through laboratory
testing

- Carrying out mix designs
- Production of trial mixes in the laboratory to allow for sampling and testing of sprayed concrete

- Production of trial mixes by production plant to allow for the sampling and testing of the sprayed
concrete

- Carrying out adjustments to mix designs as may be needed and repeating laboratory and
production plant trial mixes to allow for sampling and testing of sprayed concrete

- Obtaining the Engineer’s approval of the mix.

The Contractor shall submit his proposed cementitious sprayed concrete mix design for sprayed
concrete accompanied by all relevant information for approval by the Engineer.

A14.6.5 MATERIALS
A14.6.5.1 Cementitious binder
Refer to Clause A13.4.5.1 of Chapter 13.
a) Cement
Refer to Clause A13.4.5.1a) of Chapter 13.
b)  Supplementary cementitious materials
Refer to Clause A13.4.5.1b) of Chapter 13.
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A14.6.5.2 Aggregate

. Aggregates shall fully comply with SANS 1083, subject to the following amendments:

. Where the maximum aggregate size equals or exceeds 5,0 mm, the 10 % FACT value as
determined by SANS 3001-AG10 shall be minimum 130 kN tested dry or minimum 110 kN when
tested wet;

. The flakiness index determined by SANS 3001-AG4 shall be maximum 20 %;

. The fine aggregate shall be uniformly graded and shall comply with the following limits:

Table A14.6.5-1: Aggregate grading limits for sprayed concrete

Sieve si-ze - Percentage Passing
" S | (ormes

10 100
5 95 - 100
2 80 -90
1 50 - 85
0,6 25-60
03 10 - 30

0,15 2-10
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A14.6.5.3 Water

Supply of water to the mixing nozzle shall be such that a pressure of at least 400 kPa can be
maintained.

A14.6.5.4 Admixtures

Sprayed concrete admixtures shall comply with SANS 50934 (EN 934)
A14.6.5.5 Integral permeability reducing technology

Refer to Clause A13.4.5.5 of Chapter 13.

A14.6.5.6 Pigments and colouring agents

All pigments and colouring agents for concrete shall comply with ASTM C979 or EN 12878, in particular
only Category B pigments shall be used for reinforced or prestressed concrete.

A14.6.5.7 Fibres

It is common practice to utilise fibre lengths up to 30 mm for the dry process and up to 40 mm for the
wet process and the length of fibres shall not exceed 70 per cent of the internal diameter of hoses
used.

A14.6.5.8 Reinforcement
All reinforcement shall comply with Section A14.3.

A14.6.5.9 Compressive strength, tensile splitting strength, flexural strength, or energy
absorption capacity

The class of sprayed concrete is indicated by the designated code SP,
A14.6.5.10 Drainage and weepholes

A14.6.5.11 Embedded instrumentation

A14.6,5.12 Curing compound

South African Road Federation

2021/06/06

39



2021/06/06

A14.6.5.13 Storing the materials

a) General

b) Cement and supplementary cementitious materials
c) Prebagged sprayed concrete mixture

d) Aggregates

e) Storage capacity

The storage capacity provided and the quantity of material stored, whether cement,
supplementary cementitious materials, aggregates, admixture or water, shall be sufficient to
ensure that no interruptions to the progress of the work will be occasioned by any lack of
materials.

(f) Deteriorated material

Rebound material shall be deemed to be contaminated material.
A14.6.6 CONSTRUCTION EQUIPMENT
A14.6.6.1 General

Plant used for the sprayed concrete application shall be based on proven technology within the
industry, and shall be in good working order.

A14.6.6.2 Mixing and batching

Cement, supplementary cementitious materials, aggregates, integral permeability reducing technology,
fibres, pigment and colouring agents, admixtures and additions in the form of powders shall be batched
by mass to an accuracy of 3 %.

Prepared batches shall be discharged through the nozzle within 60 minutes of mixing.
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A14.6.6.3 Delivery and spraying equipment
a) Dry-mix process

The air operating pressure supply at the gun outlet shall not be less than 240 kPa, and in any case
such as to maintain a discharge nozzle velocity of between 90 to 120 metre per second.

The sprayed concrete shall be applied as dry as practicable to prevent shrinkage cracking.
b) Wet-mix process

The air compressor and delivery hose lines shall be of adequate capacity and size to provide a
minimum pressure of 240 kPa at the nozzle if 25mm and proportionally greater for larger nozzles.

A14.6.7 EXECUTION OF THE WORKS
A14.6.7.1 Mix design

The Contractor shall submit for approval details of the proposed sprayed concrete mix proportions prior
to the commencement of sprayed concrete activities.

A14.6.7.2 Certification of skilled operators

Only experienced foremen, gunmen, nozzlemen and rodmen shall be employed. Nozzlemen shall be
highly skilled craftsman with demonstrable personal project history exceeding 4,000 hours of spraying
concrete as the responsible nozzleman or minimum 5 years’ referenced experience as the responsible
nozzleman by relevant certification authority approved by the Engineer.

A14.6.7.3 Preconstruction trial panels

The Contractor shall provide trial panel formers made of nominal 20 mm thick shutter ply, to form
sprayed concrete panels with approximate size 700 mm by 700 mm at the front face, and 400 mm by
400 mm at the back face.

Core samples obtained from the trial panels shall be used to determine the compressive strength.
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A14.6.7.4 Surface preparation
a) Concrete surfaces

Concrete surfaces that are to receive a layer of sprayed concrete shall be mechanically prepared to
expose the aggregate in a rough but generally uniform surface with amplitude of approximately 5,0 mm.
All loose, spalling and soft concrete shall be removed to expose only sound concrete.

Cleaning shall be by use of 250-bar high-pressure water jet.

The area to be repaired shall be bounded by straight line edges cut to the required depth using a
diamond cutting saw, angle grinder or other approved equipment. The edges shall be recessed such
that the patch has a thickness at the edge of at least twice the maximum aggregate size of the sprayed
concrete mix, but not less than 20 mm.

b) Embedded reinforcement

Exposed reinforcement shall be cleaned of all corroded material by wire brushing using power tools or
sandblasting to a clean metal finish. Concrete around corroded reinforcing bars shall be chiselled away
with a minimum clearance of three times the maximum sprayed concrete aggregate size between
concrete and reinforcement.

A14.6.7.5 Formwork

Formwork shall be selected to ensure that the appearance and finish of the sprayed concrete is
consistent with the existing structural member.

A14.6.7.6 Fixing of reinforcement

The reinforcement shall be fixed and positioned in accordance with the requirements of the Section
A14.3 of the specification and as indicated on the drawings.
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A14.6.7.7 Weather limitations

Sprayed concrete shall not be placed on a frozen surface or when the ambient temperature is less than
5°C; nor shall it be placed when it is anticipated that temperature during the following 24 hours will drop
below 1°C.

A14.6.7.8 Application of sprayed concrete

Before spraying concrete, the mix temperature and consistence of the concrete on site shall be
monitored and controlled to ensure conformity. Sprayed concrete shall be composed and sprayed in a
manner to limit rebound. Application, etc shall be carefully controlled and monitored on a continuous
basis during the application by competent supervisory staff of the Contractor.

The nozzle shall be directed, wherever possible, normally to the application surface.
Generally, a distance of 1,0 m to 2,0 m is recommended.
A14.6.7.9 Surface finish

The finished surface shall have a neat, smooth, even and uniform finish free from rebound pockets or
other defects. The types of finish are designated on the drawings by the following:

(i) GU : Undisturbed nozzle finish
(i) GT : Trowelled finish

(ii)(1) GTB : Trowelled and brushed
(ii)(2) GTF : Trowelled and flash-coated
(ii)(3) GTW : Trowelled and wood-floated.
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(i) Undisturbed nozzle finish (GU)
(ii)  Preparation for final treatment

Whenever a trowelled finish is required, the primary sprayed concrete layer shall receive a typical GU
finish.
(iii)  Trowelled finish (GT)

1) Brush-coated (GTB)

2) Flash-coated (GTF)

3) Wood-floated (GTW)

A14.6.7.10 Rebound material

Rebound material shall not be re-used.

A14.6.7.11 Properties of hardened sprayed concrete
a) Compressive strength

For the purposes of determining compressive strength, the characteristic cylinder strength shall be
determined using 75 mm diameter, 150 mm high cylinders drilled from either test panels or the
structure, prepared strictly in accordance with SANS 3001-CO2-2 and tested in accordance with SANS
3001-C0O2-3 at 28 days taking due cognisance of clause A20.1.5.1a) and b) of Chapter 20.

b) Tensile splitting strength

c)  Flexural strength

d) Energy absorption capacity

A14.6.7.12 Construction joints

Irregular edges shall be cut back to straight lines before commencing with further work.
A14.6.7.13 Weepholes

New and additional weepholes comprising nominal 50 mm diameter unplasticised PVC piping shall be
inst those positions indicated on the drawings or otherwise instructed by the Engineer.
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A14.6.7.14 Test panels

The Contractor shall produce a test panel, fully complying with the requirements for a preconstruction
trial panel, alongside every new stage of the work, minimum one panel required per lot of sprayed
concrete, at least one per day.

A14.6.7.15 Protection of adjacent work
Shall be adequately protected.
A14.6.7.16 Blasting restriction and demolition limitation

No blasting shall be carried out within 50 m of a sprayed concrete section within 72 hours of
application. No demolition within 48 hours of application.

A14.6.7.17 Protection and curing
a) Protection from adverse environmental conditions

The finished sprayed concrete surface, including all intermediate layers, shall be protected from drying
out and direct sunlight

b) Curing

Intermediate layers of sprayed concrete shall be cured by spraying with a continuous uniform water
spray commencing maximum 8 hours after application and remain in place for a continuous period of
24 hours.

The final layer of sprayed concrete, shall be cured by an approved curing compound sprayed onto the
completed surface at a minimum application rate approved by the Engineer, applied within one hour
after application, alternatively cured using the same methods indicated for intermediate layers except
that curing measures be continuously maintained for 5 days after spraying.
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A14.6.8 WORKMANSHIP
A14.6.8.1 Tolerances

The Contractor shall apply the sprayed concrete and finish the surface to the tolerances specified on
the drawings:
a) Thickness:
(i)  Mean depth per sample:
Minimum 100 % of specified layer thickness;
Maximum thickness not specified.
(i)  Individual depth at any location:
Minimum 80 % of specified layer thickness;
Maximum thickness not specified.

b)  Surface regularity:

The maximum value of any individual irregularity measured with a 3,0 m straight edge, or custom
template for curved surfaces, that ensures the specified layer thickness is achieved, shall not exceed
20 mm.

A14.6.8.2 Criteria for compliance with the requirements

Routine inspection and quality control shall be performed by the Engineer. Compressive strength shall
be determined using cored cylinder specimens.

A14.6.8.3 Procedure in the event of non-compliance with the requirements

Any lot represented by test samples failing to comply with the criteria specified above for the
characteristic strength shall be rejected.

The Engineer may allow the elements or units concerned to be cured for an additional period not
exceeding 56 days.
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A14.6.8.4 Tests ordered by the Engineer

PART B: LABOUR ENHANCEMENT
Suitable for labour enhanced work.

PART C: MEASUREMENT AND PAYMENT
C14.6.1 Establishment on site for sprayed concrete work Lump Sum
C14.6.2 Preparation of concrete surface square metre (m2)

C14.6.3  Sprayed concrete of specified strength class, thickness
and finish applied in one or multiple layers as necessary:

C14.6.3.1 Indicate strength, thickness, finish of sprayed concrete to portion

of structure or use square metre (m2)
C14.6.3.2 Etc. for other strength, thickness, finish of sprayed concrete to

other portions of structure or uses square metre (m2)
C14.6.4 Curing of sprayed concrete surface square metre (m2)
C14.6.5 Special tests ordered by the Engineer Provisional Sum
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PART D: GUARANTEES AND COMPLIANCE CERTIFICATES
D14.6.2.1 Product conformance specifications
Compliance documentation shall be provided for:

(a) Cement (Clause A14.6.5.1a))

(b) Supplementary cementitious materials (Clause A14.6.5.1b))
(c) Aggregate (Clause A14.6.5.2)

(d) Water (Clause A14.6.5.3)

(e) Admixtures (Clause A14.6.5.4)

(f) Integral permeability reducing technology (Clause A14.6.5.5)
(9) Pigments and colouring agents (Clause A14.6.5.6)

(h) Fibres (Clause A14.6.5.7)

(i) Reinforcement (Clause A14.6.5.8)

0] Drainage and weepholes (Clause A14.6.5.10)

(k) Curing compound (Clause A14.6.5.14)

) Testing necessary to prove the satisfactory execution of the works (Clause A14.6.7)
(m) Certification of skilled operators (Clause A14.6.7b))
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SECTION A14.7

PROTECTIVE COATINGS AND TREATMENTS FOR CONCRETE

Presenter: David Temple
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SECTION A14.7

PROTECTIVE COATINGS AND TREATMENTS FOR CONCRETE

This section covers the specification for the materials,
equipment and work required for applying protective coatings
and special treatments to concrete surfaces
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A14.7 PROTECTIVE COATINGS AND TREATMENTS FOR CONCRETE

PART A: SPECIFICATIONS
A14.7.1 SCOPE

This Section covers the material, equipment and work required for applying protective coatings and
treatments to concrete surfaces.

A14.7.2 DEFINITIONS
Hydrophobic impregnation
Sealers and pore blockers
Coatings

Renderings

Corrosion inhibitor

A14.7.3 GENERAL

A14.7.4 DESIGN BY CONTRACTOR
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A14.7.5 MATERIALS

A14.7.5.1 Hydrophobic impregnants

Concrete surfaces shall be impregnated with silane in liquid form containing minimum 99 % active
ingredient (silane impregnants EN 1504-2). When silane is used in cream form, it shall contain
minimum 80 % active ingredient. The hydrophobic impregnants shall be suitable for the following
protective and remedial principles in accordance with EN 1504-9:

a) Protection against ingress,
b) Moisture control, or
c) Increasing resistivity.

Materials incorporating siloxane shall not be used on concrete surfaces. Plastered and masonry
surfaces may be impregnated with siloxane and blended materials incorporating siloxane.

A14.7.5.2 Sealers and pore blockers

Concrete surfaces shall be treated with impregnation materials that comply with EN 1504-2. The
surface impregnants shall be suitable for the following protective and remedial principles in
accordance with EN 1504-9:

a) Protection against ingress,

b) Moisture control,

c) Increasing physical resistance,
d) Resistance to chemicals,

e) Increasing resistivity.
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A14.7.5.3 Coatings

Coatings shall be applied to concrete surfaces according to EN 1504-2. Coatings shall be suitable for
the following protective and remedial principles in accordance with EN 1504-9:

a) Protection against ingress

b) Moisture control,

c) Increasing physical resistance,
d) Resistance to chemicals, or

e) Increasing resistivity.

A14.7.5.4 Renderings

Renderings shall be applied to concrete surfaces according to EN 1504-2. Rendering shall be suitable
for the following protective and remedial principles in accordance with EN 1504-9:

a) Protection against ingress,

b) Moisture control,

c) Increasing physical resistance,

d) Resistance to chemicals,

e) Preserving or restoring passivity or
f) Increasing resistivity.

A14.7.5.5 Corrosion inhibitor

Corrosion inhibitors shall consist of an aqueous solution of amino alcohols and salts of amino alcohols
shall be shall be capable of penetrating to the depth of reinforcement.

The corrosion inhibitor shall be suitable to control anodic areas according to EN 1504-9 Principle 11-
Method 11.3.
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A14.7.5.6 Anti-graffiti protection

Anti-graffiti protective treatments shall be based on polyorganosiloxane polymers and solvent. Anti-
graffiti protection shall provide permanent anti-graffiti and anti-fly poster protection to concrete,
sprayed concrete and masonry surfaces.

The anti-graffiti protection shall be suitable for the following protective and remedial principles in
accordance with EN 1504-9:

a)  Protection against ingress

b)  Resistance to chemicals

A14.7.6 CONSTRUCTION EQUIPMENT
A14.7.6.1 General

All plant and equipment used for cleaning, surface preparation and application of protective treatment
shall be based on proven technology and practice, and shall be maintained in a clean and good
working order. All work shall be carried out in accordance with the EMP.

A14.7.6.2 High-pressure water-jetting equipment

The type and capacity of the water-jetting equipment, delivery hoses and nozzles shall be capable of
delivering up to 35 Mpa, water pressure and maintaining a minimum flow rate of 300 litres per hour
through nozzles.

A14.7.6.3 Abrasive blasting equipment

Abrasive methods are required when the removal of a significant amount of concrete surface is
required.

a) Water blasting with abrasives

b)  Dry grit blasting

c) Wet sandblasting

........ South African Road Federation

A14.7.6.4 Low-pressure airless sprayer

Low-pressure airless sprayers consist of knapsack sprayers which shall be capable of providing a
uniform discharge rate and even spread over the spray area.

A14.7.6.5 Access structures and working platforms (Where required)
A14.7.7 EXECUTION OF THE WORKS
A14.7.7.1 Storing of materials

The Contractor shall provide a lockable store for the repair materials and observe all storage
requirements and safety precautions recommended by the manufacturer’s instructions and applicable
Regulations.

A14.7.7.2 Surface preparation
a) Procedures

All concrete surfaces that are to receive protective coatings or treatments shall be prepared strictly in
accordance with the material manufacturer’s instructions. In particular, all traces of curing compounds
and formwork release agents shall be removed.

b) Permitted techniques
(i) High-pressure water-jetting

This technique shall be utilized to remove curing compounds or membranes, shutter release
compounds and water-soluble contaminants

(i) Abrasive blasting

Abrasive methods shall be required when the removal of a significant amount of concrete surface is
required.
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Water blasting with abrasives can be used to remove dirt or other foreign matter and concrete
laitance, typically exposing the fine aggregates.

Dry gritblasting has the ability to remove the concrete surface.

Wet sandblasting generally produces less airbourne particulates than dry sandblasting, The process is
generally limited to cleaning the concrete surface.

c) Evaluation, inspection and approval of concrete surface

The finished surface shall be visually inspected and tested by tapping with a hammer to detect loose
concrete. Concrete removal shall be kept to a minimum and shall not reduce the structural integrity
beyond the structure’s ability to perform its function. Acceptable surfaces shall be free of oil, grease,
loosely adhering concrete, and other contamination. Where required, projections or voids in the
concrete surface shall be corrected prior to surface preparation.

The Contractor shall ensure that technical representatives, appointed or employed by the material
suppliers, carry out regular inspections of the preparation work and provide written confirmation that
the work is in accordance with the material supplier’s instructions.

The moisture content of patch repair areas must be specifically checked by the technical
representative to ensure that coatings are not applied over surfaces that contain excessive moisture.

A14.7.7.3 Batching and mixing

Treatment materials shall be mixed, if applicable, and applied strictly in accordance with the
manufacturer’s instructions. Thinning or diluting shall not be permitted without the approval of the
Engineer.
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A14.7.7.4 Protective surface treatment

Surface treatment or coatings may consist of a system of several coats of more than one type of

coating.

Anti-graffiti and protective treatments shall be applied to the entire exposed concrete surface as
indicated.

a) Application of surface coatings

All protective coatings shall be stored, mixed and applied strictly in accordance with the product
manufacturer’s instructions and the specifications.

b) Application rate records

Records of application rates shall be submitted by the Contractor to the Engineer on a daily basis
indicating batch numbers, the area covered by each coat and the quantity of coating material used.

c) Trial sample panels

Protective treatment shall not be applied until trial sample panels of the protective treatment have

been prepared by the Contractor and approved by the Engineer and the material supplier’s technical
representative.

Product manufacturers of coating products are required to inspect, assist and finally approve all
aspects of surface preparation and product application employed on the trial sample panel.

The trial sample (panel) shall be used as a standard against which the rest of the work will be judged
and shall be maintained intact until all other coating work is complete.

(i) Establishment of quality benchmarks

Trial panels shall be utilised to establish benchmarks for the evaluation of quality assurance
parameters. The Engineer shall approve the set of relevant quality assurance indicators for the
particular protective coating and treatment system.
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d) Proprietary protective surface coatings

The suitability of the protective surface coating for a particular application shall be proved by testing
and submission of an approved industry track record of usage under similar circumstances.

The Contractor shall submit details of proprietary protective surface coatings and proposed
performance guarantee documentation to the Engineer for approval prior to its use in the permanent
works.

A14.7.8 WORKMANSHIP

The Contractor shall ensure that only compatible materials are used for the surface treatment or
protective coatings. All test results shall be reported to the Engineer and will be subject to the
Engineer’s approval.

The site weather conditions during the application of coatings and surface treatments shall be
monitored and recorded as follows:

a) Ambient temperature shall be recorded using thermometers with an accuracy of 1°C, in the
direct vicinity of the works, but not subject to direct solar radiation.

b)  Ambient humidity shall be measured according to ISO 4677-1 and 2.
c) Wind velocity shall be recorded using anemometers to record maximum values during
application.

d) Dew point shall be calculated according to ISO 4467-1 and 2, and the coating application for
dew point affected materials shall proceed when the ambient dry temperature is at least 3°C
above the dew point.

The permeability to water vapour of a protective coating system shall be evaluated in accordance with
EN ISO 7783-1 and EN ISO 7783-2. Where breathability of the coating is required, the permeability to
water vapour shall meet the requirements of H20 Sd < 5 m (Class 1).
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The permeability to carbon dioxide of a protective coating system shall be evaluated in accordance
with EN 1062-6. Protection of the coating is required, the permeability to carbon dioxide shall meet the
requirements of CO2 Sd = 50 m.

The capillary absorption and permeability to water shall be evaluated in accordance with EN 1062-3,
Where the requirement for resistance to capillary absorption and permeability to water is essential to
EN13580 , the water uptake shall be limited to less than 0,1 kg per square metre per h%5 in
accordance with EN 1062-3, or less than 7,5 % in accordance with EN 13580 or ASTM D6489.

The adhesion strength by pull-off test shall be evaluated in accordance with ASTM D7234 or EN 1542.
The test report shall include details on the particular failure mode for each individual reported pull-off
test result and evaluation shall take cognisance of particular coating system properties, in particular
highly elastomeric coatings.

The dry film thickness of coatings shall be evaluated in accordance with ISO 2808. The average film
thickness shall exceed that stated by the manufacturer to ensure adequate protection of the concrete.
The wet film thickness of coatings shall be evaluated during the application of the product in
accordance with ISO 2808. The comb guage (ISO 2808, Method 1) shall be used and minimum three
readings are taken in different locations per member in a similar manner, but normal to the plane of the
surface, to obtain representative results over the coated area.

The crack bridging ability of protective coatings shall be evaluated in accordance with EN 1062-7.

The depth of penetration for hydrophobic impregnation materials shall be evaluated in accordance with
EN 14630, except that water is substituted in place of the phenolthalein indicator solution. All
hydrophobic impregnation materials shall meet the requirement for Class 2, which means the dry zone
is more than 10 mm.
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Surface cleanliness for coating system that does not require alteration of the surface profile of the
concrete shall conform to the requirements of EN 1504-9 and ASTM D4258. Soundness shall be
verified by hammer test or visual inspection conducted by the manufacturer’s technical representative,
all to the satisfaction of the Engineer.

PART B: LABOUR ENHANCEMENT
It is deemed to require specialised skills level and is suitable for labour enhanced construction.

PART C: MEASUREMENT AND PAYMENT

C14.7.1  Cleaning and preparation of concrete surface (method and
surface finish indicated) square metre (m2)

C14.7.2  Application of protective coatings and treatments (type and
application rate indicated) square metre (m2)

C14.7.3  On site monitoring and supply of written product
performance guarantee lump sum

C14.7.4  Trial sample panels  square metre (m2)
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PART D: GUARANTEES AND COMPLIANCE CERTIFICATES

D14.7.2.1 Product conformance specifications

Compliance documentation shall be provided for:

a) Hydrophobic impregnants (Clause A14.7.5a))

b) Sealers and pore blockers (Clause A14.7.5b))

c) Coatings (Clause A14.7.5c))

d) Renderings (Clause A14.7.5d))

e) Corrosion inhibitor (Clause A14.7.5¢))

f)  Testing necessary to prove the satisfactory execution of the works (Clause A14.7.6)

D14.7.3 PERFORMANCE GUARANTEE REQUIREMENTS

D14.7.3.1 Warranties for product or element design and application of protective coatings

The design and application of protective coatings shall require a warranty of 10 years to be supplied
by the Contractor. The format of this warranty shall be as per Form D14.7.1 hereafter. A full set of
specifications for the protective coatings shall be submitted together with certificates of all tests
carried out in accordance with the requirements of EN 1504.

D14.7.3.2 Performance specifications

The performance guarantee shall include the continuous functioning of the protective coating system
and treatments for a period of 10 years, of which the first 9 years shall be wholly free from any
reductions in the protection afforded by the surface treatment or protective coatings.

sarF J) -
[SPm— South African Road Federation

2021/06/06

51



Questions?
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SECTION 14.8

EXTERNAL BONDING OF STEEL AND CARBON FIBRE

Presenter: Edwin Kruger
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SECTION 14.8

EXTERNAL BONDING OF STEEL AND CARBON FIBRE

This section covers the specifications for the external bonding
with of steel plates, carbon fibre plates, carbon fibre fabric,
structural steel sections, reinforcement bars and carbon fibre
bars to concrete surfaces with adhesive to strengthen concrete
members.
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A14.8 EXTERNAL BONDING OF STEEL AND CARBON FIBRE
A14.8.2 DEFINITIONS

The following definitions shall apply to these specifications:
Adhesive

Epoxy primer

Saturant for fibre fabric material

Carbon fibre plate

Fibre fabric material

Workable life for structural bonding products

A14.8.3 GENERAL

The products and systems employed in the external bonding of steel and carbon fibre shall comply with
EN 1504: Products and systems for the protection and repair of concrete structures. Definitions,
requirements, quality control and evaluation of conformity.

Part 4 of EN 1504 covers structural bonding.

A14.8.5 MATERIALS
A14.8.5.1 Adhesive

The adhesive shall be a cured epoxy resin complying with EN1504-4. The adhesive shall be a
thixotropic paste, specifically designed as part of a compatible load transferring bonded system. The
adhesive shall be a solvent-free, two-part epoxy. Many other requirements (too many to list in
presentatiom) are listed in the specification
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A14.8.5.2 Epoxy Primer
The epoxy primer shall have the following properties:

a) A viscosity of no more than 600 cps @ 25°C

b) Bond to damp concrete surfaces of no less than 3,5 MPa (with concrete failure)
c) A tensile strength of no less than 60 MPa

d) A flexural strength of no less than 40 MPa

e) A compressive strength of no less than 95 MPa

f) Solvent free

A14.8.5.3 Saturant for fibre fabric materials
The epoxy saturant shall have the following properties:

a) A viscosity of no more than 2000 cps @ 25°C

b) Bond to damp concrete surfaces of no less than 3,5 MPa (with concrete failure)
c) A tensile strength of no less than 60 MPa

d) A flexural strength of no less than 40 MPa

e) A compressive strength of no less than 95 MPa

f) Solvent free

A14.8.5.4 Carbon fibre fabric materials
The fibre fabric material to be used shall consist of Carbon fibres and shall have the following
properties:

a) Be woven in a unidirectional sheet

b) Manufactured to ISO quality standard

c) Weighs not less than 290 g/m2

d) A fibre density of not less than 1,45 g/cm3

e) A modulus of elasticity of no less than 120 GPa

f) An ultimate tensile strength of no less than 2900 MPa
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A14.8.5.5 Carbon fibre plate
The carbon fibre Plate shall have the following properties:

a) A volumetric fibre fraction of no less than 70 %

b) A modulus of elasticity for design of no less than 205 GPa

c) An ultimate tensile strength of no less than 2400 MPa

d) A tensile strength at 0,8% elongation of no less than 1600 kN
e) Manufactured to an ISO quality standard

A14.8.5.6 Structural steel

A14.8.5.7 Anchors, nuts and washers
A14.8.5.8 Quality control

A14.8.5.9 Packaging, handling and storage

Each container shall be durably and legibly marked and complete records of stock acquired and issued
for use, shall be kept. The containers shall be clearly marked with the following information:

a) name of manufacturer

b) manufacturer’s product identification

c) batch number and date of manufacture

d) date of expiry and shelf life

e) manufacturer’s instructions for mixing

f) safety precautions, warnings for handling and toxicity
g) manufacturer's recommendations for storage
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A14.8.5.10 Manufacturer’s instructions

The manufacturer shall provide a dated, coded and titled instruction sheet with each delivery of
adhesive. The following information shall be contained on the sheet in a clear and unambiguous
manner.

a) the general chemical type of each component used in the adhesive;

b)  recommended storage conditions and shelf life when stored under these conditions;

c)  preparation instructions for the adherent and concrete surfaces;

d) Instructions for use of primers, including optimum film thickness and permissible ranges;

e) mixing instructions, including allowable variations in mix ratio and any temperature control
requirements during the mixing process;

f) application instructions, including limits on pressure, temperature, open time and relative humidity
before mating the surfaces to be joined. It shall also be stated whether adhesive shall be applied
to one or both of the surfaces to be bonded;

g) maximum allowable interval between application of primer to coated steel or concrete, and
application of adhesive and any primer reactivation procedure if applicable;

h)  safety precautions for all components of the adhesive and primer;

i) curing conditions, including the amount of pressure to be applied, the period under pressure and
the temperature of the assembly when under pressure. It shall be stated whether this temperature
is that of the adhesive layer or of the atmosphere in which the assembly is to be maintained or
both. A graph of cure time against temperature shall be supplied; and

j) condition procedure before testing or use of the assembled product, including the time,
temperature and relative humidity.
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A14.8.7 EXECUTION OF THE WORKS
A14.8.7.1 Sequence of execution

The sequence of execution for the bonding of plates or reinforcement to the concrete surface shall be
in accordance with the drawings and the method statement, as approved by the Engineer.

A14.8.7.2 Site preparation and access
A14.8.7.3 Preparation of concrete surfaces
a) Concrete surface for steel and carbon fibre plate bonding

For steel plates, a covermeter survey shall be carried out in all regions where anchor studs are to be
installed.

The marked concrete areas to be plated shall be grit-blasted to remove all concrete laitance, surface
coatings and impregnants, organic growth, bituminous residues, oil, dirt and any other surface
contamination.

The prepared surface profile shall be checked using a 1,0 m long profile edge and any areas deviating
by more than 4,0 mm from the profile edge shall be marked. Any high areas shall be removed.

b) Preparation for fibre fabric material
Sharp corners of structure to receive fabric shall be rounded with a radius of at least 10 mm.
c) Concrete surfaces for bonding reinforcement or rods in slots

A covermeter capable of measuring concrete cover to reinforcement within 3,0 mm accuracy shall be
used.

The cut surfaces shall be prepared to exhibit a coarse sandpaper-like texture by grit-blasting, water-
jetting or other approved means.
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A14.8.7.4 Preparation of steel plates for bonding
a) Corrosion protection using paint system

All physically adhering contaminants and residues shall be removed and the bond surface shall be grit-
blasted to SA2 2 .

Mechanical abrasion techniques such as wire brushing or emery cloth that polish rather than remove
oxide layers are not acceptable.

No abrasive blasting shall be done outside factory conditions during rainy weather or where corrosive
air conditions prevail.

Prepared steel surfaces shall be primed within four hours of blast-cleaning to prevent re-oxidation of
the steel surface.

The prime shall be applied to a dry film thickness (DFT) of 50 ym to 75 ym allowing for the full cure of
the primer. The primer shall consist of a single-component, anti-corrosion compound based on zinc and
epoxy resins compatible with the bonding adhesive.

The primed plates shall be allowed to cure for at least 24 hours
b) Corrosion protection using hot-dip galvanizing

The surface preparation of steel plates for hot-dip galvanizing shall entail the mechanical removal of all
millscale, rust and other adhering debris to achieve a minimum grade SA 3 surface finish to EN ISO
8501 — 1. All galvanizing shall be done in accordance with SANS 121, heavy-duty coating.

After the steel plates have been galvanized, the surface to be bonded shall be abrasive-blasted as in
Clause A14.8.7.4a) to remove the galvanizing layer and then primed and protected against damage
during handling, transportation and storage.
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c) Corrosion protection using zinc-metal spraying

After the steel plates have been metal-sprayed, the surface to be bonded shall be abrasive-blasted as
in Clause A14.8.7.4a) to prepare the surface for the adhesive, and then primed and protected against
damage during handling, transportation and storage.

d) Preparation of carbon fibre plates for bonding
The carbon fibre plates shall be cleaned with a supplier-approved solvent before applying the adhesive.
e) Preparation of fibre fabric materials

The fibre fabric materials shall be cut into prescribed sizes using scissors or cutters before application
of low viscosity saturants.

A14.8.7.5 Preparation of reinforced steel bars

The steel bar surface shall preferably be cleaned and grit-blasted immediately before bonding into the
prepared slots in the concrete surface.

The steel surface shall be prepared by removing all physically adhering contaminants and by grit-
blasting to grade Sa 2 2 medium profile surface finish to EN ISO 8501 — 1. No grit-blasting shall be
done on site during rainy weather or when corrosive environmental conditions prevail.

A14.8.7.6 Inspection of concrete surface prior to adhesive bonding

The prepared concrete surfaces or slots shall be carefully inspected immediately prior to application of
the adhesive.

Where carbon fibre plates are attached to repair mortar, the adhesive shall only be applied after the
repair mortar has cured for at least 7 days and the moisture content of the repair mortar is below 6 %.
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A14.8.7.7 Mixing of adhesive system components

The entire contents of the containers of a multi-component adhesive system shall be mixed together as
recommended by the manufacturer and shall be used within the workable life of the adhesive.

Sufficient adhesive shall be mixed to cover the necessary bonding surfaces which can be comfortably
handled within the available period to ensure the necessary quality and workmanship.

Once the adhesive has been thoroughly mixed, no re-mixing will be allowed.
A14.8.7.8 Application of epoxy primer

Mixed primer shall be applied with a roller or brush.

A14.8.7.9 Application of adhesive to bond surfaces

The receiving surface shall be vacuum-cleaned.

The mixed adhesive shall be trowelled onto the receiving concrete surface using plastering techniques.
The adhesive shall be well worked into the grit-blasted surface to a layer thickness of approximately 2,0
mm. Skilled operators are essential.

The profile shall be such that when the plate is pushed into contact with the concrete surface the
adhesive is squeezed out towards the free edges to reduce the risk of air entrapment. The minimum
thickness of adhesive applied to the plate shall be 1,0 mm at the edges while the average thickness
shall be 3,0 mm.

In order to ensure a uniform adhesive layer thickness, suitable 3,0 mm thick inert spacers may be
placed along the plate at regular intervals suited to the plate stiffness.

For steel plates: Once the adhesive is applied to the bond surfaces, the plate shall be positioned with a
suitable and adjustable support system to within 5,0 mm of the required location.

For carbon fibre plates: Apply carbon fibre plate using a roller.
Once the plate is in position, the edges must be neatly finished with a fillet of adhesive.
The system shall be left undisturbed for a minimum period of 24 hours.
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A14.8.7.10 Application of saturant

The fully mixed saturant shall be applied to the fibre fabric material using a roller brush. Place the resin
saturated fibre fabric material, saturant-side against the concrete, onto the concrete surface on which
the primer has been applied.

A14.8.7.11 Application of adhesive and placing of reinforcement bars to be bonded

The concrete slot and reinforcing steel surfaces receiving the adhesive shall be primed with a
compatible primer approved by the Engineer. While the primer is still tacky the slot shall be filled with
adhesive to a thickness sufficient to fill, with a slight excess, the gap between the concrete substrate
and the reinforcement bar.

The minimum thickness of adhesive shall be 1,0 mm.

The remainder of the slot depth shall then be filled with adhesive to a slightly convex surface with
respect to the surrounding concrete surface.

The elements being bonded shall not be disturbed during the curing period of the adhesive.
A14.8.7.12 Fixing and anchors

The holes in the concrete are drilled through the holes in the steel plate using hand-held power drills
with rotary hammer action. (Remember the holes in steel plate were determined by cover survey to
prevent clashing with reinforcement in the concrete)

A14.8.7.13 Finishing

Excess hardened adhesive shall be carefully ground away to the required surface profile. Where the
adhesive colour does not match the colour of the surrounding concrete surface, a compatible finishing
paint of matching colour shall be applied to the area.
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Steel plate shall be finished of with a protective paint system consisting of a primer, two coats of MIO
and a polyurethane final coat in accordance with Section A14.10. Colour similar to that of the
surrounding concrete. Carbon fibre shall be painted with a compatible primer and polyurethane final
coat in accordance with Section A14.10.

A14.8.7.14 Environmental protection and cleaning-up

Care shall be taken during any work with adhesive components to avoid contamination of the subsoil
and the environment.

A14.8.7.15 Tolerances

The positional and level tolerances of the bonded steel and carbon fibre elements shall comply with
those specified on the detail drawings, or if none is specified, as follows:

Position & Alignment: + 5,0 mm with maximum 1° angular deviation
Level: +2,0 mm

Flatness: + 5,0 mm deviation over a 2,0 m long straight-edge
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A14.8.8 WORKMANSHIP
The Contractor shall submit the following to the Engineer for approval:

a) The adhesive manufacturer’s certification verifying conformance to the specification of the
material in Clause A14.8.5 for each batch of product delivered on site.

b) A detailed method statement for the execution of the work covered in this section, including
details of temporary works, work procedures and equipment to be used for mixing and placement of
adhesive and bonding elements, as well as quality assurance procedures and tests that have to be
followed to ensure that the correct quality of workmanship is achieved as part of his quality control
testing procedure.

The Engineer may instruct that the on-site monitoring, sampling and testing be carried out by an
independent test laboratory

PART B: LABOUR ENHANCEMENT
Not focused at labour enhanced construction.

PART C: MEASUREMENT AND PAYMENT

C14.8.1 Moving to and setting up the equipment at each work site
(description of location) number (No)

C14.8.2 Preparation of concrete surfaces
C14.8.2.1 Concrete surfaces for plate bonding (position, size and

material indicated) square metre (m?)
C14.8.2.2 Silots in concrete for steel or carbon fibre bonding (position,
~  size and material indicated) metre (m)
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C14.8.3
C14.8.3.1
C14.8.3.2
C14.8.4
C14.8.4.1
C14.8.4.2
C14.8.4.3
C14.8.4.4
C14.8.4.5
C14.8.5
C14.8.6

Adhesive and saturant

Adhesive (description or type to location)

Saturant (description or type to location)

Bonded plates, bars or sections

Plates (description of material, unit, size and mass)
Bars (material, type and size indicated)

Sections (material, type and size indicated)
Elements (material, description)

Fibre fabric material (material and type indicated)
Fixing studs and bolts (type and size indicated)
Protective paint coatings (type and film thickness indicated)

PART D: GUARANTEES AND COMPLIANCE CERTIFICATES
D14.8.2.1 Product conformance specifications

Conformance documentation shall be provided for:

a)
b)
c)
d)
e)
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Adhesives;

Saturants and epoxy primers;
Structural steel plate;

Carbon fibre plate;

Carbon fibre fabric;

litre ()
kilogram (kg)

number (No)
kilogram (kg)
number (No)
number (No)
square metre (m?)
number (No)
square metre (m?)
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SECTION 14.9
REPAIR AND REPLACEMENT OF ANCILLARY
STRUCTURAL ELEMENTS

Presenter: David Temple
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SECTION 14.9

REPAIR AND REPLACEMENT OF ANCILLARY
STRUCTURAL ELEMENTS

This section covers the specification for the removal of debris
from expansion gaps, clearing or replacement of drainage
elements, repair of expansion joints and hand rails, removal
and rebuilding of brickwork on bridges, provision of drainage
to deck void-formers and the refurbishment or replacement of
bridge bearings.
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14.9 REPAIR AND REPLACEMENT OF ANCILLARY STRUCTURAL ELEMENTS

PART A: SPECIFICATIONS
A14.9.1 SCOPE

This Section covers the requirements for the removal of debris from expansion gaps, clearing of
drainage elements, repair of expansion joints, repair of handrails, removal and rebuilding of brickwork
on bridges, provision of drainage to deck void formers and the refurbishment or replacement of bridge
bearings.

A14.9.2 DEFINITIONS
Elements are defined elsewhere in these specifications.

A14.9.3 GENERAL

Work requiring accommodation of traffic shall be carried out in stages and widths approved by the
Engineer.

A14.9.4 DESIGN BY CONTRACTOR
A14.9.5 MATERIALS

All materials referred to in this section shall be in accordance with relevant sections Chapter 13 or the
Contract Documentation.

A14.9.6 CONSTRUCTION EQUIPMENT
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A14.9.7 EXECUTION OF THE WORKS
A14.9.7.1 Removal of debris from expansion gaps

All debris in the expansion gaps and expansion joints between deck ends, walls and girder beds shall
be removed and the gaps shall be cleaned out with high-pressure water or air jets or other suitable
means. Solvents or fire shall not be used.

Protective measures such as screening shall be provided to contain flying debris, dust and water
spray to ensure that passing traffic is not endangered and that the environment is not contaminated.

A14.9.7.2 Clearing of bridge drains

All drains, in the deck and substructure, including drain inlets, outlets and channels shall be cleared of
all debris and all organic material, sand etc.

Drain pipes shall be cleared and flushed to attain a free flowing drainage system.
Damage to inlets, outlets or pipe components shall be repaired or replaced as instructed .
A14.9.7.3 Repair of expansion joints

Remedial work on bridge expansion joints and repairs to joint nosings shall be in accordance with the
drawings. Refurbishment of proprietary joint systems shall entail the servicing of the joint in situ, or
the removal and replacement of joint components.

Damaged portions of concrete in joint nosings, or concrete nosings that are to be replaced shall be
carefully removed and replaced with new concrete in accordance with Sections A14.3 and A14.4 as
applicable.

The joint terminations as specified in Section A13.7 of Chapter 13 shall be constructed if these are not
existing in the joint being repaired.
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Debonded or damaged sealants shall be removed and the bonding surfaces cleaned to receive
replacement sealant in accordance with Section A13.7 of Chapter 13.

The installation of new replacement joints shall be executed in accordance with Section A13.7 of
Chapter 13 and relevant sections of Section A14.3 of these specifications.

Traffic shall not be permitted directly on concrete nosings before the concrete has attained a cube
strength of 30 MPa. If the nosings are required to carry traffic before a strength of 30 MPa is attained,
steel bridging plates held down on both sides with scope for horizontal movement shall be provided
over the concrete nosings, and shall remain in place until the concrete has attained the required

strength.
A14.9.7.4 Repair of handrails
a) Metallic Handrails

Remedial work shall be carried out on metal handrails that have been damaged or require
maintenance work.

All painting shall be in accordance with Section A13.11 of Chapter 13 with the requirement that
previously painted handrails shall be cleaned and prepared for over-coating in accordance with the
recommendations of the paint or protective coating manufacturer.

Damaged components of handrails shall be repaired where possible or replaced as instructed by the
Engineer.

The removal of sections embedded in concrete shall be done in accordance with Section A14.3.

b) Non-metallic handrails

Remedial work shall be carried out on non-metallic handrails which have been damaged or require
maintenance work.

Damaged non-metallic handrails shall be removed from their concrete embedment and replaced in
accordance with Section A14.3. The handrail stanchions and railing shall be replaced as indicated on
the vings or as instructed by the Engineer.
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A14.9.7.5 Removal and rebuilding of brickwork
Brickwork that needs to be rebuilt, shall be broken down and removed as instructed by the Engineer.
Care shall be taken not to damage brickwork or concrete adjacent to the section to be removed.

New brickwork shall be joined to existing brickwork using a stepped-back or keyed joint. Joints shall
only be provided where shown on the drawings or as instructed by the Engineer.

Rebuilt walls shall be plastered if instructed and the surfaces shall be treated as specified to provide a
uniform texture and colour to match the existing work.

A14.9.7.6 Drainage to deck void formers

The provision of drainage to deck void formers covers the drilling of holes and installation of drainage
pipes through deck soffits into void formers in the deck to facilitate drainage.

Drainage holes of 20 mm diameter shall be drilled into the lowest end of the void former, and a PVC
pipe with a minimum protrusion of 10 mm from the deck soffit. A 20 mm diameter PVC pipe, 100 mm
long must be inserted and epoxied 50 mm deep into each drainage hole.

A14.9.7.7 Refurbishment and replacement of bridge bearings

The maintenance or replacement of bearings which involves jacking of the deck, shall be performed
as specified in Section A14.10: Jacking of Bridge Structures.

The refurbishment of existing bearings which are to be reinstalled shall be carried out using the same
materials and to the standards as specified in Section A13.6 of Chapter 13 or replaced where deemed
necessary. Where existing bearings are refurbished this shall be carried out to current standards for
materials and manufacture. If bearings cannot be refurbished they shall be replaced as specified in
Section A13.6 of Chapter 13.
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A14.9.7.8 Replacement and refurbishment of ancillary elements

The replacement or refurbishment of ancillary bridge elements such as drainage pipes, catch pits,
gratings and bridge number plates shall be carried out as specified on the drawings or directed by the
Engineer. This work shall also be carried out in all respects in accordance with Section A13.8 of
Chapter 13.

A14.9.7.9 Disposal of waste material

All waste materials, rubble, scrap and rubbish arising from the Contractors work on site and the
execution of the works shall be disposed of to a disposal site identified by the Contractor and
approved by the Engineer.

A14.9.8 WORKMANSHIP

The quality of materials and workmanship used for the replacement and repair of bridge elements
shall be to the equivalent standard as the new elements as specified in Chapter 13: Structures.
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B14.9 REPAIR AND REPLACEMENT OF ANCILLARY STRUCTURAL ELEMENTS

PART B: LABOUR ENHANCEMENT

All elements of the scope is suited to labour enhanced construction with the exception of bridge

bearings repair and replacement, which is deemed to be specialised work.

PART C: MEASUREMENT AND PAYMENT

C14.9.1 Removal of debris from expansion gaps (description)
C14.9.2  Clear bridge drainage system (description of elements)
C14.9.3  Service and repair of existing joint system

C14.9.3.1 Service and repair of bridge joints (description)

C14.9.4  Joint terminations as specified on the drawings in:
C14.9.4.1 Barriers and Parapets (type of joint indicated)

C14.9.4.2 Sidewalks (type of joint indicated)

metre (m)
number (No)

metre (m)

number (No)
number (No)

C14.9.5 Cover plates (nonmetallic) in barriers, parapets and sidewalks

as specified on the drawings in:
C14.9.5.1 Barriers and parapets (type of joint indicated)
C14.9.5.2 Sidewalks (type of joint indicated)
C14.9.6 Repair of handrails (description of work)

C14.9.7 Removal and reinstatement of brickwork on bridges
(description and wall thickness)

C14.9.8 Drilling of drainage holes into void formers from deck

number (No)
number (No)
metre (m)

square metre (m2)

number (No)

South African Road Federation

C14.9.9 Refurbishment of bearings (type and size described)
C14.9.9.1 Removal and inspection

C14.9.9.2 Refurbish and reinstall

C14.9.10 Replace PVC junctions in deck (type and size described)

C14.9.11 Reseal PVC junctions in deck drainage network (type
and size described)

C14.9.12 Inlet gratings

C14.9.12.1 Inlet grating in kerb (size)

C14.9.12.2 Other types of gratings (indicate details)
C14.9.13 Seal deck drainage outlets at deck level (size)
C14.9.14 Bridge number plates

C14.9.14.1 Refurbishment of existing plates
C14.9.14.2 New number plate

C14.9.15 Fix or re-fix ancillary elements
C14.9.15.1 (Description of element)

C14.9.15.2 (Description of element)

C14.9.15.3 (Description of element)

C14.9.16 Supply new ancillary elements
C14.9.16.1 (Description of element)

C14.9.16.2 (Description of element)

C1 Light fittings (description of element)

SARF

number (No)
number (No.)
number (No)

number (No)

number (No)
number (No)
number (No)

number (No)
number (No)

metre (m)
number (No)
square meter (m2)

metre (m)
square meter (m2)
provisional sum
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SECTION 14.10

JACKING OF BRIDGE STRUCTURES

Presenter: Edwin Kruger
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SECTION 14.10

JACKING OF BRIDGE STRUCTURES

This section covers the specification for the jacking of structural
elements in both the vertical and horizontal directions.
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A14.10 JACKING OF BRIDGE STRUCTURES
A14.10.1 SCOPE

This Section covers the requirements for the jacking of structural elements in both the vertical and
horizontal directions.

A14.10.2 DEFINITIONS
Temporary works
Jacking equipment

A14.10.4 DESIGN BY CONTRACTOR / PERFORMANCE BASED SYSTEMS
A14.10.4.1 Design of temporary works

The Contractor shall provide the Engineer with a method statement compiled by an ECSA registered
professional Engineer or Technologist

The Contractor shall also be responsible for the horizontal stability of the structural member during
vertical jacking operations.

Jacking procedures shall be so designed that the effect on the member due to differential
displacements shall not exceed 70 % of the effect of the bridge design loadings.

All temporary works shall be certified by an ECSA registered professional Engineer or Technologist on
behalf of the Contractor

The jacking positions shall be as indicated on the Contractor’s drawings. Any deviation from those
positions shall be subject to the Engineer's approval. 50 percent higher. Once locked off, the jacks shall
be capable of carrying full dead load and live load.

A14.10.4.2 Design and detail amendments to the permanent works

Any ndments to the permanent works is subject to the Engineer's approval.
SARF
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A14.10.6 CONSTRUCTION EQUIPMENT
A14.10.6.1 Jacking Equipment
a) General requirements

All hydraulic hoses and connections shall be capable of withstanding at least 150 % of the rated load
capacity.

The jack system shall be provided with a positive means of arresting the dropping of the deck onto the
temporary support in the event of a sudden failure of any element in the jack system.

Jacking lifts shall not exceed 100 mm unless approved by the Engineer.

b) Vertical alignment of members

The jacks are required to carefully facilitate the alignment of the jacked members according to the
levels stated on the drawings. Once the members have been jacked to the required alignment, the
jacks must be mechanically locked, or the dead load must be transferred to the temporary support via
packers and wedges.

All jacking points of the jacking equipment acting on the member to be raised or lowered shall be
jacked simultaneously and at the same rate.

The jacking system must be capable of gradually adjusting the vertical position of the member to within
0,1 mm.

c) Raising or lowering of bridge decks

Where the distance by which a bridge is raised or lowered exceeds the stroke of the jack, steel packers
may be used to increase the height (be careful - not too many!). The packer plates shall be flat with a
gap of less than 0,2 mm under a straight-edge.
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A4.10.7 EXECUTION OF THE WORKS
A14.10.7.1 Founding of temporary supports
The temporary supports shall be supported on a stable and adequate founding system.

The design shall be certified by an ECSA Registered Professional Engineer or Technologist on behalf
of the Contractor.

All temporary works above a level 0,5 m below ground level shall be removed from site unless
otherwise instructed by the Engineer.

A14.10.7.2 Temporary supports
The temporary supports shall be capable of transferring the loads from the jacks to the foundations.

Where temporary supports are fixed to, or supported from the permanent structure, any temporary
holes or other blemishes arising from the fixing of such temporary support shall be repaired to match
the surface finish of the adjacent surface to the satisfaction of the Engineer.

The design and construction of the temporary supports shall allow for protective measures, such as
guardrails or barriers, around supports which may endanger the structure, or compromise its safety, if
these are damaged by passing traffic. (Remember need working width for barriers/quardrails)

A14.10.7.3 Jacking of continuous structures

The difference in the amount lifted or lowered shall not exceed 10 mm between adjacent supports, or
as shown on the drawings.

A14.10.7.4 Removal of restraints to jacking
All restraints to jacking shall be removed prior to the jacking operation.

SaRF ) - -
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A14.10.7.5 Installation of permanent bearings
Permanent bearings shall be installed after the deck has been jacked into its final position.

Any excess height between the bearing assembly and the top of the substructure element shall be
taken up by a high strength concrete plinth, structural steel stub column or epoxy mortar as applicable.

All mortar and grout used to bed the plinths, bearing assembly and the deck shall be of an approved
high strength, non-shrink type achieving minimum compressive strengths of 20 MPa at 24 hours and
50 MPa at 48 hours.

A14.10.7.6 Loads on deck during jacking

No equipment, material or plant may be placed or stored on or in a bridge deck during the lifting of the
deck.

Temporary closure of the bridge to vehicular traffic will be required during each jacking operation. Only
once the jacks have been locked off and the deck can withstand any vertical or horizontal imposed
action, will be bridge be re-opened to traffic.

A14.10.8 WORKMANSHIP
A14.10.8.1 Alignment, deflection and jacking control

The Contractor shall establish at least two coordinated reference benchmarks at each support where
jacking will take place.

The jacking operation shall be controlled by a person with extensive and appropriate experience in the
jacking procedure.
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PART B: LABOUR ENHANCEMENT
Not suitable for labour enhanced construction

PART C: MEASUREMENT AND PAYMENT
C14.10.1 Temporary support and foundations

C14.10.1.1 Design, construct and erect temporary supports for the jacking of
(bridge deck) lump sum

C14.10.1.2 Dismantle and remove from site lump sum
C14.10.2 Jacking equipment

C14.10.2.1 Design, supply and install equipment for the jacking of (bridge deck) lump sum
C14.10.2.2 Dismantle and remove all jacking equipment from site lump sum
C14.10.3 Vertical jacking of the bridge deck (site details) number (No)

PART D: GUARANTEES AND COMPLIANCE CERTIFICATES

D14.10.2.1 Product conformance specifications

The Contractor shall, within 28 days of entering into the contract with the Employer, submit to the
Engineer conformance documentation related to the specifications.
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SECTION A14.11

REPAIR OF STEEL ELEMENTS
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SECTION A14.11

REPAIR OF STEEL ELEMENTS

This section covers the specifications for the requirements
for the refurbishment and the re-attachment of corroded or
damaged steel items on bridges

saRrF J)
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A14.11 REPAIR OF STEEL ELEMENTS

PART A: SPECIFICATIONS
A14.11.1 SCOPE

This Section covers the requirements for removal, refurbishment and re-attachment of corroded or
damaged steel items on bridges.

A14.11.2 DEFINITIONS

Ancillary items - non-structural items such as street lighting, guardrail, electrical and similar
connections.

Structural items - load bearing structural items contributing to the strength of the structure.

A14.11.3 GENERAL

Steel items shall be refurbished such that they fulfill their original design intent in terms of strength,
safety and durability. Structural items especially shall meet the requirements of Sections A13.9 and
A13.11 of Chapter 13 in terms of fabrication, weld quality, straightness and corrosion protection.

A14.11.4 DESIGN BY CONTRACTOR

Where a damaged or corroded steel item, or where the removal of a steel item may compromise the
safety or stability of part of a structure, the Contractor shall design and install appropriate temporary
works certified by an ECSA registered professional Engineer or Technologist. Details shall be
submitted to the Engineer for approval.

A14.11.5 MATERIALS
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A14.11.6 CONSTRUCTION EQUIPMENT
Corroded or badly fitting steel ancillary items shall be refurbished when instructed by the Engineer.

The items to be refurbished shall be carefully removed from their installed positions without damaging
the surrounding concrete or other steel items, removed from site and refurbished. Where a section of
steel is cut out and replaced, the new steel shall be connected using full strength welds. The welds
shall be ground flush with the steel surface.

Where steel members require straightening, this shall be done using jacking equipment.

Items will then be prepared for painting or hot dip galvanising in accordance with Clause A13.12.7.8a)
of Chapter 13.

Steel ancillary items will be returned to site and re-installed in their original positions, utilizing new
galvanised mild steel bolts to suit their application if necessary.

For structural items being refurbished, bolts and rivets removed shall not be reused but replaced with
Class 10.9 HSFG bolts torqued using the method of turn.

Where items cannot be removed from site for refurbishment such as refurbishment of local damage to
a major welded steel item, the work shall be carried out on site in near-factory conditions.

All items shall be painted as specified on the drawings or instructed by the Engineer. Painting shall be
done immediately after refurbishment in near-factory conditions. All paint damaged during installation
shall be repaired after installation. Site welds, bolts and nuts shall be painted to the full paint
specification after installation.

All works, including fabrication and painting shall be done in accordance with Section A9, A10, A11
and A12 of Chapter 13.

saRrF J)
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A14.11.7 EXECUTION OF THE WORKS

All hot dip galvanising shall be done in accordance with SANS 121, and the minimum coating
thickness for all elements shall be 85 microns. All items shall be sand blasted to ST2'% to remove all
existing corrosion protection and corrosion.

The correct shape and size of ill-fitting items shall be requested from the Engineer who shall either
issue drawings from which the dimensions shall be derived, or provide such general dimensions in
writing as are appropriate to the structure concerned. The Contractor shall then be fully responsible for
ensuring that the item removed for refurbishment will fit to generally accepted tolerances onto the
structure once it is reinstalled.

The Contractor shall ensure that the structure from which the steel element was removed, remains in
a safe condition, specifically where the removal of the item may have a negative impact on the safety
of the public. In this regard, any and all necessary supports, signage, danger tape etc. shall be utilised
by the Contractor.

A14.11.8 WORKMANSHIP

PART B: LABOUR ENHANCEMENT

It is suitable for labour enhanced construction.

PART C: MEASUREMENT AND PAYMENT

C14.11.1  Refurbishment of (describe item) number (No)

C14.11.2 Replacement of rivets or bolts with HSFG bolts
(diameter and class indicated) number (No)

PART D: GUARANTEES AND COMPLIANCE CERTIFICATES

The Contractor shall, within 28 days of entering into the contract with the Employer, submit to the
Engineer conformance documentation related to the specifications.
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CHAPTER 20.1
QUALITY ASSURANCE
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CHAPTER 20.1
QUALITY ASSURANCE

It is not the intension to deal with Chapter 20 as of course on
Chapters 13 and 14 as this will form part of a separate SARF COTO
Course

There are some points worth mentioning:

1. There is cross referencing from Chapters 13 and 14 where
applicable to testing procedures or methods to Chapter 20

2. Chapter 20 cross references back to Chapter 13 or 14 as
applicable

3. Chapter 20 gives an extensive list of published test methods

4. Chapter 20 also deals with unpublished test methods such as
sorptivity tests and testing of cover to reinforcing.

SARF
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The Sections of Chapter 20 are as follows:

A20.1.5.1 Testing of hardened and sprayed concrete.

A20.1.5.2 Tests on road elements

A20.1.5.3 Testing Bitumen and Asphalt

A20.1.5.4 Testing relating to chemical stabilisation

A20.1.5.5 Tests on pavements

A20.1.5.6 Tests on structural elements

A20.1.5.7 Determining the effect of sand on water demand of a concrete mix

A20.1.5.8 Accelerated test method for determining the potential alkali reactivity of aggregates
A20.1.5.9 Binder distributers: Field spray flair transverse distribution test

A20.1.5.10 Testing Geosynthetics and Geotextiles

A20.1.5.11 Testing the binder drainage properties of Asphalt mixes using the Schellenberg Method
A20.1.5.12 Operation of rapid compaction control device (RCCD)

A20.1.5.13 Testing the saturated volume of fine aggregate of slurry

A20.1.5.14 X-RD (X-ray diffraction) test

A20.1.5.15 Curing concrete to attain accelerated strength development (55deg/20 hours)
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END OF COURSE
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